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Abstract 
Acid Mine Drainage (AMD) which occurs when sulfide minerals are exposed to water and oxygen 
with an excavation is one of the serious environmental problems in the world. A dry cover system 
is generally constructed in waste dump for the prevention of AMD in Indonesia by virtue of low 
cost and availability of waste rocks for a cover layer. However, the failure of the system caused by 
the lack of information related to the construction of cover system in mines, which leads to AMD, 
has been reported recently in Indonesia. In this study, the field investigation was conducted in pit 
and waste dump in open cast coal mine in Indonesia with the aim of obtaining the information on 
the construction of a cover layer and backfilling conditions of waste rocks in the waste dump. The 
rock samples taken in two areas of the mine were analyzed by geochemical analysis and sequen-
tial extraction with acids. The results indicated that Net Acid Producing Potential (NAPP) of the 
rocks in the waste dump down to 100 cm depth in both areas was from 10 to 30 kg H2SO4/ton, 
suggesting that Potentially Acid Forming (PAF) was backfilled in a cover layer. The backfill of PAF 
was contrary to the concept of cover system, which caused the failure of constructing a cover layer. 
The cause of the failure was likely attributed to the shortage of cover rocks which are classified as 
Non Acid Forming (NAF) or the failure of proper placement of them by an operational problem in 
the areas. Moreover, the results of the extraction with acids suggested that the form of iron and 
sulfur has to be taken into account to discuss the occurrence of AMD. 
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1. Introduction 
The negative impacts on the nature of coal development by open cast mining have been reported with expansion 
of coal production recently in Indonesia. Acid Mine Drainage (AMD), which is a serious environmental problem, 
is attributable to the contact of sulfide minerals with water and oxygen in excavation activities in mining. This 
problem affects the nature in the field [1]; therefore, it has to be prevented within the operation of mines. 

The generation of acidic water proceeds with the dissolution of sulfide minerals such as pyrite (FeS2), fol-
lowed by the reaction that Fe2+ changes into Fe3+ through oxidation by oxygen (Equations (1) and (2)) [2]. 
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Fe3+ precipitates as ferric hydroxide (Fe(OH)3) by reacting with water (Equation (3)), leading to red-brown 
color in acidic water. Additionally, Fe3+ oxidizes sulfide minerals and Fe2+ forms (Equation (4)). 

( )3
2 3Fe 3H O Fe OH 3H+ ++ → +                                 (3) 

3 2 2
2 2 4FeS 14Fe 8H O 15Fe 2SO 16H+ + − ++ + → + +                    (4) 

The chemical reaction continues until sulfide minerals are depleted, and produced H+ decreases the pH. Thus, 
it is important to prevent the contact of sulfide minerals with oxygen and water to prevent these reactions. 

A dry cover system is a reliable method for prevention of exposure of sulfide minerals to oxygen and water in 
order to control AMD due to low cost and less works in comparison with the others [3] [4]. This system, espe-
cially using a soil cover, is generally adopted in open cast coal mines in Indonesia owing to the availability [5]. 

In this system, waste rocks are classified into Potentially Acid Forming (PAF), Non Acid Forming (NAF), or 
uncertain materials on the basis of the geochemical properties of rocks by conducting several geochemical anal-
ysis [6]-[8]. PAF is the main cause of AMD and NAF is utilized as cover materials in the system. PAF is sepa-
rated from waste rocks as the cause of AMD through the classification. To measure the geochemical properties, 
Acid Base Accounting (ABA) test and Net Acid Generating (NAG) test are performed in mines [6] [7]. Waste 
rocks are classified by plotting Net Acid Generating (NAG) pH and Net Acid Producing Potential (NAPP) 
which are obtained by the tests [8]. PAF is backfilled in waste dump and covered with NAF after the classifica-
tion in order not to expose PAF to water and oxygen in dry cover system for the prevention of AMD. The thick-
ness of a cover layer is generally set at about from 1 to 5 m according to rock properties and required perfor-
mance of a cover layer [5] [9]-[11]. If a cover layer fails to work after backfilling waste rocks in waste dump, 
AMD continues to be generated from the waste dump for a long time. Significant time and cost are required for 
the treatment of continual generation of AMD in the case. According to the previous studies [12], it was stated 
that the failure of cover system, which utilizes the moisture store-and-release concept in a cover layer, attributes 
to design of cover layer, lack of site-specific climate consideration, lack of control on materials that meet the de-
sign characteristic, proper placement and management of cover materials, and failure of vegetation. All of the 
reasons relate to construction process of a cover layer aimed at preventing the contact of PAF with water and 
oxygen in dry cover system as well as the system using store-and-release concept: it considers the balance of 
evaporation and precipitation to control water percolation in a cover layer [13] [14]. Lack of control on materials 
and proper placement and management of them is the most fundamental and important point for the construction 
of a cover layer in above all reasons. These points are useful for evaluating whether a cover layer is successfully 
constructed or not in the field in mines. The evaluation can, moreover, provide information helpful for succes-
sive construction of a cover layer in mining. However, the construction of a cover layer in open cast coal mines 
in Indonesia is evaluated in a few studies. Many open cast coal mines in Indonesia have been engaged on intro-
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ducing cover system to prevent AMD; though, there are several problems in construction of cover system in the 
mines [5] [15] [16]. 

In this study, field investigation and geochemical analysis with the rock samples taken in mines were per-
formed with a focus on the amount of waste rocks and the geochemical properties of rocks in order to evaluate 
and obtain the information on the construction of a cover layer and backfilling conditions of waste rocks in 
waste dump in open cast coal mine in Indonesia. 

2. Material and Methods 
2.1. Sampling 
A field survey was conducted with sampling of waste rocks in the coal mine in Indonesia with the objective of 
examining the conditions of construction of a cover layer and backfilling waste rocks in the waste dump. This 
mine is an open cast mine and one of the largest coal mines in Indonesia. The annual production has been 
around 10 million ton recently, and there is a trend toward an increase in the production. Most of the produced 
coals which consist of Sub-Bituminous and Lignite are used in domestic and exported to Asian counties. The 
average value of sulfur content in waste rocks is about 1%, leading to AMD with the expansion of mining area. 
Waste rocks are backfilled in the waste dump in accordance with cover system after the classification of them 
into PAF and NAF following the standard proposed in 1997 for the prevention of AMD in this mine [6] [7]. In 
this research, a field survey was carried out with sampling rocks in the pits and in the waste dumps in two areas 
which were named as area I and II. The direct distance between the areas is about 5 km. There is no great dif-
ference in climate conditions between the areas. It has taken more than a year since the waste dump was con-
structed in both areas. The occurrence of AMD from the waste dump was ever reported in the areas. 5 m of rep-
resentative samples were collected in pit from each layer which is classified according to the lithology in the 
mine from the surface down to 140 m in each area. These samples were taken before excavation and not ex-
posed to air. Additionally, 5 core samples were taken in the waste dump in area I and II using a 8-cm diameter 
hand auger DIK-100A-55 at 20 cm intervals down to 100 cm depth. The rock samples were packed in the plastic 
bag not to be oxidized after sampling and transported to the laboratory. 

2.2. Sample Analysis 
The samples were dried at 50˚C for 48 h in a nitrogen atmosphere to supply to X-Ray Diffraction (XRD) and 
X-Ray Fluorescent (XRF). Major minerals in the samples were analyzed using wide angle goniometer RINT 
2100 XRD under the following condition: radiation CuKα, operating voltage 40 kV, current 26 mA, divergence 
slid 1 deg, anti-scatter 1deg, receiving slit 0.3 mm, step scanning 0.050˚, scan speed 2.000˚/min, scan range 
2.000˚ - 65.000˚. 

They were analyzed by ABA test and NAG test to classify them into PAF or NAF by following the standard 
[6] [8]. ABA test was proposed in 1974, and it was modified by Sobek et al. in 1978 [6]. Acid Potential (AP) is 
calculated based on the sulfur content in samples, and Acid Neutralizing Capacity (ANC) is determined as kg 
H2SO4/ton by titrating with NaOH. Finally, Net Acid Producing Potential (NAPP = AP − ANC) is calculated 
with the results as the net value of AP and ANC. NAG test which was proposed in 1978 considers the maximum 
potential of acid production in rocks [6]. The potential is determined based on the change of pH in the solution 
when samples are dissolved by forced oxidation with H2O2: the pH is reported as NAG pH. NAG pH and NAPP 
are plotted on graph to classify rocks into PAF or NAF [6] [7]. This classification was performed with the sam-
ples based on the results in this study. Besides, the amount of PAF and NAF in pit in area I and II was calculated 
as the ratio of the length of each representative sample to total length of them and with the result of classifica-
tion. 

Sequential extraction with acids was conducted with the samples taken both in pit and waste dump in order to 
discuss the occurrence of AMD within the waste dump. Sulfide minerals, such as pyrite, form sulfate with the 
progress of AMD [17]. Thus, the progress of AMD within the waste dump in the areas can be investigated 
through the comparison of the results of acid extraction that provides the amount of each form of Fe and S 
composing pyrite. The acids for extraction were selected in accordance with the method performed in the past 
[18] [19]. Each mineral is extracted at 3 stages of the extraction with 1 M HCl, 46% HF, and conc. HNO3. The 
time for agitation with shaker at the stage of extraction with HNO3 was changed from 2 h to 4 h to completely 
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dissolve the samples. In this method, it was indicated that readily-soluble minerals such as sulfate and precipi-
tates were extracted by HCl, silicate minerals were extracted by HF, and sulfide minerals were extracted with 
HNO3 [18]. The average amount of each form of Fe and S in area I and II was calculated based on the results in 
the same way as above. 

3. Results and Discussion 
3.1. Possibility of Occurrence of Acid Mine Drainage (AMD) 
The amount of each type of rocks in pit was calculated as based on the results of classification of them into PAF, 
NAF, and uncertain in area I and II as shown in Figure 1 [8]. Most of the rocks were classified as PAF and NAF 
in each area for the results, and some of them were classified as uncertain rocks. PAF rocks are backfilled in 
waste dump as the cause of AMD, followed by setting a cover layer with NAF within the operation in mines. 
The rocks classified as uncertain rocks are also backfilled in waste dump in this mine as PAF within the opera-
tion to minimize the risk of AMD after mine closure. In light of the situation, it can be seen that same amount of 
PAF and NAF are produced in both areas in Figure 1 when the ratio of uncertain rocks is calculated as that of 
PAF: the ratio of PAF to NAF is nearly 1:1 in the areas. Moreover, similar proportion of PAF or NAF to the to-
tal is observed in area I and II in the case. These results indicated that more than 50% of waste rocks produced in 
the operation in the areas consisted of PAF assuming that uncertain rocks are PAF. They are similarly backfilled 
as PAF in the waste dump in the area, suggesting that a similar possibility of occurrence of AMD from the waste 
dump is presented in area I and II. 

The average amount of Fe and S at each stage of the extraction in pit in area I and II is shown in Table 1. As 
seen in Table 1, Fe and S exist in the rock samples as three types of minerals, namely that they exist as the min-
eral extracted with HCl, HF, and HNO3. According to the previous research [18], readily-soluble minerals such 
as oxidation products and sulfate are obtained with HCl and refractory minerals such as sulfide minerals are ex-
tracted by HNO3 in this method. These minerals show different values of solubility rate, and it is important to 
discuss the occurrence of AMD in consideration of the reactivity of the minerals [20]. NAPP which is used to 
classify rocks into PAF and NAF in mines is calculated based on sulfur content in rocks: (NAPP = AP (total 
sulfur content (%) × 30.6) − ANC) [6]-[8]. Net balance of acid potential and acid neutralizing capacity in rocks 
is evaluated by NAPP. These facts suggest that waste rocks in mines are classified by directly calculating total 
sulfur content in rocks without the consideration of the existing form of Fe and S the reactivity. The amount of 
 

 
(a)                                              (b) 

Figure 1. Ratio of the amount of PAF, NAF, and uncertain rocks. (a) Area I; (b) Area II.         
 

Table 1. Average amount of each form of Fe and S in area I and II.                        

Area (mg/g) HCl HF HNO3 

Area I 
Fe 30.1 8.6 4.4 

S 1.9 0.5 3.5 

Area II 
Fe 16.3 10.3 3.1 

S 0.8 0.8 2.1 
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extracted Fe and S by HNO3 is slightly larger in area I than that in area II in Table 1. There is not a large differ-
ence in the amount of extracted Fe and S with HF between the areas. The amount of extracted Fe and S with 
HCl is larger in area I than that in area II, especially the amount of extracted Fe. This indicates that there is a 
large amount of readily-soluble Fe and S in area I in comparison with that in area II. Red-brown precipitation 
which was considered ferric hydroxide was observed in waste water from the waste dump in area I as shown in 
Figure 2 while there was not such a precipitation in discharged water from the waste dump in area II [21]. Ad-
ditionally, the possibility of occurrence of AMD over the long term may not be varied between the areas since 
there was not a large difference in the amount of PAF and Fe and S which exist as sulfide minerals contributing 
to AMD for a long term by gradual dissolution. A larger amount of soluble Fe and S in area I than that in area II 
resulted in red-brown precipitation in waste water from the waste dump in area I, indicating that the existing 
form of Fe and S has to be taken into account in discussion of occurrence of AMD over time. 

3.2. Backfill Conditions of Waste Rocks in Waste Dump 
The XRD patterns of the rocks in the waste dump from the surface down to 100 cm in area I and II are described 
in Figure 3. The presence of quartz and kaolinite were mainly observed at each depth in both areas, while a 
slight peak of pyrite appeared in both areas. The presence of kaolinite which is one of clay minerals was clearly 
observed, suggesting that clay-rich rocks are backfilled in the waste dump in area I and II. The peak of siderite 
(FeCO3) was, besides, obtained in only area I. Considering that a large amount of readily-soluble Fe was leached 
by HCl from rocks in pin in area I in comparison with that in area II as described above and red-brown precipi-
tation in waste water from the waste dump in only area I, the dissolution of the siderite with occurrence of AMD 
led to the precipitation with the red-brown color. There was no other significant difference in minerals in rocks 
in the waste dump. 

Figure 4 shows the result of classification of waste rocks in the waste dump. All of the samples were classi-
fied as PAF at each depth in area I and II. It is evident that PAF rocks are backfilled until 100cm depth in the 
waste dump in both areas for the result in addition to the presence of pyrite in XRD analysis. Regarding that the 
thickness of a cover layer with NAF is set at about from 1 to 5 min many cases [5] [9]-[11], it can be seen that 
PAF rocks are not backfilled at proper placement in the waste dump in area I and II, resulting in the failure of 
construction of a cover layer. Therefore, the failure obviously attributes to the failure of proper placement of 
cover materials by an operational problem by reference to the reasons in the case of the moisture store-and-  
release concept in a cover layer [12]. 

NAPP at 20 cm intervals down to 100 cm depth in the waste dump in area I and II are presented in Figure 5. 
Similar values from 10 to 30 kg H2SO4/ton were observed at each depth in the areas. This suggests that the 
waste rocks backfilled in the waste dump still have acid potential contributing to AMD. Additionally, the results 
from the surface down to 40 cm depth showed similar value; meanwhile, that from the 40 cm depth to 100 cm 
showed a significant difference. It can be said for the result that there is not a great difference in acid potential in 
rocks in the waste dump from the surface down to 40 cm depth in terms of NAPP. 

Figure 6 presents the correlation between the amount of extracted Fe and Sin rocks in the waste dump in area 
I and II at each stage of extraction with acids. The ratio of Fe:S mole at HNO3 stage was around 1:2 (correlation 
 

 
(a)                                 (b) 

Figure 2. Waste water in the drainage from the waste dump. (a) Drainage at 
the base of the waste dump in area I; (b) Drainage at the base of the waste 
dump in area II.                                                        
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(a) 

 
(b) 

Figure 3. XRD patterns of rock samples at each depth in the waste dump. (a) Area I; (b) Area II. Ka: 
kaolinite, Qz: quarz, Or: orthoclase, Py: pyrite, Si: siderite.                                           

 

 
Figure 4. Classification of rock samples in the waste 
dump in area I and area II.                            

 
coefficient 0.9659) nearly corresponding to that of pyrite (FeS2) where as a good correlation was not observed at 
HCl and HF stage. Thus, pyrite was leached by HNO3 and readily-soluble minerals were extracted by HCl in 
this study [18]. The amount of both of Fe and S extracted with HCl and HNO3were less in area II than that in 
area I in Figure 7. Similar values were obtained between the areas at the stage of extraction with HF. The 
amount of extracted Fe and S by HCl at each depth in area II was, moreover, less than 5.00 and 0.70 mg/g, re-
spectively. As discussed above, the average amount of Fe and S in rocks in pit extracted with HCl in area II was 
16.3 and 0.8 mg/g, respectively. The amount of extracted Fe and S in the waste dump was lower than that in pit 
for the results. In area I, the amount of extracted Fe and S in the waste dump was from 5.00 to 22.00 mg/g and 
from 0.50 to 2.60 mg/g, respectively. They were less than the average amount of them in pit: that of Fe and S  
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Figure 5. NAPP at each depth in area I and II.     

 

 
(a)                                   (b)                                      (c) 

Figure 6. Correlation of extracted Fe and S at each stage of extraction in area I and II. (a) Extracted elements by HCl; (b) 
Extracted elements by HF; (c) Extracted elements by HNO3.                                                          
 
was 30.1 and 1.9 mg/g, respectively. In short, the amount of Fe and S which exist as readily-soluble minerals 
decreased after the backfill in the waste dump. Considering that it has taken more than a year since the waste 
dump was constructed in area I and II, these minerals dissolved inside of the waste dump by infiltration of pre-
cipitation into the waste dump and flowed in waste water. Furthermore, the amount of extracted Fe and S with 
HNO3 was larger at each depth in area I than that in area II. The difference of them between the areas signifi-
cantly increased from the surface down to 20 cm depth, and the amount of them in area II was nearly zero. This 
may be attributed to the dissolution of sulfide minerals in the layer in area II inside of the waste dump for the 
results since there was not a large difference in the amount of sulfide minerals extracted by HNO3 between the 
areas in pit before backfilling in waste dump as discussed above. Sulfate is formed by the reaction of pyrite with 
oxygen and water and iron dissolves in water in the form of ferrous or ferric ion as AMD proceeds [2] [12]. It is 
suggested that this reaction remarkably progressed in area II in the layer until 20 cm depth in comparison with 
the condition in area I, leading to the low value of the amount of sulfide minerals in the layer in area II. Moreo-
ver, this indicated that the occurrence of AMD progressed at different rates in the waste dump in area I and II. 
Given that there was not a significant difference in the possibility of occurrence of AMD before backfilling and 
in the climate in area I and II, the difference of physical properties in the surface layer of the waste dump likely 
caused the conditions. Physical property such as permeability and saturation condition in a cover layer is one of 
the important factors which affect the progress of AMD inside of waste dump [22]. Although it is not discussed 
in terms of physical characteristics of rocks in a cover layer in this study, this infers that the difference of physi-
cal properties in a cover layer in the areas has to be considered in order to discuss the progress of AMD inside of 
waste dump from a point of the performance of a cover layer. 

As demonstrated above, it was observed that there was not a great difference in acid potential in rocks in the 
waste dump until 40 cm depth in area I and II from the point of NAPP. However, acidic water can occur from 
the surface layer in area I due to the presence of sulfide minerals; on the other hand, it cannot occur for a long 
term from the layer until 20 cm depth in area II since the amount of sulfide minerals indicated nearly zero. AMD 
can, nevertheless, occur from the deeper layer with sulfide minerals when oxygen and water infiltrate in the 
waste dump in area II. Thus, the progress of AMD in the waste dump should be discussed by considering not 
only geochemical properties such as NAPP but also the form of Fe and S. 
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Figure 7. Amount of extracted Fe and S at each depth in area I and II. (a) Extracted elements by HCl; (b) 
Extracted elements by HF; (c) Extracted elements by HNO3.                                                      

 
It became evident that about 40% of waste rocks in pit consisted of PAF in the areas in this study. Further-

more, the backfill of PAF in the surface layer until 100 cm depth in the waste dump in both areas was contrary 
to the concept of cover system in which a cover layer is constructed with NAF. The cause of the failure of con-
structing a cover layer was not clearly elucidated by only the results in this study, leastwise attributed to the 
shortage of NAF and/or the failure of proper placement of cover rocks by operational problems. The case that up 
to 80% of waste rocks consist of PAF and it may make it difficult to construct a cover layer was reported in In-
donesia in the past research [16]. For these reasons, the field investigation on the construction of cover system in 
terms of the amount and types of waste rocks, chemical and physical characteristics of rocks, and operational 
process in mines has to be conducted for the successful construction of a cover layer. 

4. Conclusion 
The main conclusions are summarized as follows: NAPP of waste rocks in the waste dump in area I and II was 
from 10 to 30 kg H2SO4/ton, suggesting that PAF rocks were backfilled in a cover layer. Additionally, the ratio 
of PAF in waste rocks in pit was 40% in the areas. The backfill of PAF in a cover layer in the areas in this mine 
was contrary to the concept of cover system in which a cover layer should be constructed with NAF. The cause 
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of the failure of constructing a cover layer can be attributed to the shortage of NAF and/or the failure of proper 
placement of cover rocks by operational problems in this study. A larger amount of readily-soluble Fe and S in 
the waste dump in area I in comparison with that in area II, moreover, resulted in red-brown precipitation in the 
area. This suggested that the form of Fe and S has to be taken into account to discuss the occurrence of AMD 
over time. Furthermore, AMD progressed at different rates in the waste dump in area I and II, especially until 20 
cm depth. This may be attributed to the difference in physical properties of a cover layer. Hence, the cause of the 
difference in the progress of AMD inside of the waste dump should be discussed from a point of the physical 
properties contributing to the performance of a cover layer. 
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