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ABSTRACT 

Antimicrobial materials have been used in various en- 
vironments. However, the activity of cells at a dis- 
tance from the antimicrobial materials has not been 
elucidated. In the present study, the cell growth of Es- 
cherichia coli NBRC 3972 was observed at different 
distances (0 - 300 µm) from the antimicrobial surface 
under various nutrient concentrations, from full streng- 
th nutrient broth (NB) to 1/40 NB. Under higher nu- 
trient concentrations, NB and 1/2 NB, no antimicro- 
bial effect on cell growth was observed at any dis- 
tance from the surface. Under lower nutrient concen- 
trations, 1/10 NB and 1/40 NB, the growth of cells di- 
rectly contacting the antimicrobial surface (at 0 µm 
from the surface) was blocked immediately after in- 
oculation on the surface. However, at distances of 100 - 
300 µm from the surface, the cells grew normally for 
a while, and then stopped the growth; earlier growth 
discontinuation was observed for cells closer to the 
surface. It was suggested that the antimicrobial agent 
(silver ions) is released from the antimicrobial surface 
into the medium and that the diffusion of the silver 
ions may influence the lag in the antimicrobial effects 
observed at distances away from the antimicrobial 
surface. The present study reveals the possibility that 
antimicrobial activity in the environments where the 
antimicrobial material is used depends on the dis- 
tance from the surface and the surrounding nutrient 
concentrations.  
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1. INTRODUCTION 

Antimicrobial materials have been used in various con- 

texts worldwide [1-6]. However, concerns are being rais- 
ed regarding the overuse of antimicrobial materials and 
the consequent emergence of bacterial resistance [7-10]. 
The range of bacterial responses to antimicrobial mate- 
rials is extensive. Thus, precise evaluation of the antimi- 
crobial activity of various antimicrobial materials is im- 
portant for their further application and to prevent pro- 
blems caused by the improper utilization of these ma- 
terials. 

The activity of antimicrobial materials is conventio- 
nally estimated by using an indirect method, in accor- 
dance with ISO 22196 guidelines (JIS Z2801; 2000) [11]. 
This method has been used worldwide as an index for 
estimating surface antimicrobial activity. Recently, we 
have successfully observed cell growth on antimicrobi- 
al surfaces directly by using a microscope, and reported 
that the antimicrobial material showed higher activity to 
bacterial cells on the surface at the diluted nutrient con- 
centration that is similar with that in domestic environ- 
ments [12].  

In environments, bacteria often form biofilms on the 
surface of substrates and show resistances to antimicro- 
bial agents [7,8]. Previously, we have clarified that the 
nutrient ion ( 4NH , 3NO , 2 , ) concentrations in 
biofilms were much higher than those in the surrounding 
environment [13]. Thus, when biofilms are formed, bac- 
teria inside biofilms are exposed to higher nutrient con- 
centrations than those in the surrounding environment. In 
addition, bacteria in biofilms do not directly attach to 
surfaces; bacteria exist at various distances from the sur- 
face because of the biofilm thickness [14]. These high 
nutrient concentrations and distances from the surface 
may affect the antimicrobial activity and relate with the 
resistances of bacteria in biofilms against antimicrobial 
agents. Therefore, to understand and evaluate an antimi- 
crobial activity in actual environments, the analysis of 
antimicrobial activity at various distances from the an- 
timicrobial surface and in various nutrient conditions is 
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necessary.  
In the present study, the growth of Escherichia coli 

NBRC 3972 on antimicrobial and non-antimicrobial ma- 
terials was investigated at various distances from the sur- 
face and at various nutrient concentrations, by modify- 
ing the method used in our previous study [12]: we di- 
rectly observed cell growth at different distances from 
the surface within a medium using a microscope. Using 
this method, antibiotic activity in relation to the distance 
from the surface could be evaluated quantitatively and 
precisely. The present study revealed that the antimicro- 
bial effect on cells at a distance from the antimicrobial 
surface is delayed in relation to the distance from the 
surface. The findings of this study will deepen our under- 
standing of the hitherto controversial mechanism under- 
lying the antimicrobial activity of certain materials.  

2. MATERIALS AND METHODS 

2.1. Culture and Preparation of Bacterial Cells 

In the present study, the strain E. coli NBRC 3972 (iso- 
lated from human feces [15]) obtained from the Biolo- 
gical Resource Center of the National Institute of Tech- 
nology and Evaluation in Japan was used. This strain was 
recommended in ISO 22196 for the evaluation of anti- 
microbial activity and was used in our previous study [12]. 
The cells were cultured in nutrient broth (NB) medium at 
33˚C with shaking (100 rpm) until the stationary phase 
(24 h). The cultured cells were then used for microcul- 
ture. 

2.2. Microculture of Bacterial Cells at Different  
Distances from Antimicrobial and  
Non-Antimicrobial Surfaces 

The microculture method used in the previous study [12] 
was modified to observe cell growth at different dis- 
tances from the antimicrobial surface, as shown in Fig- 
ure 1. One hundred microliters of cell suspension was 
mixed with 10 mL of NB or diluted NB (1/2, 1/10, and 
1/40) agar medium (1.5%) at 47˚C, and 120 µL of the 
agar containing cells (108 cells/mL) was used for making 
a small agar block (14 × 14 × 0.4 mm). Immediately, the 
agar block was placed gently, face down on the anti- 
microbial (GPPS 1.0%; high-impact polystyrene plate 
with 1.0% of the antimicrobial agent Novaron AG1100; 
Toagosei, Tokyo, Japan) or non-antimicrobial material 
(GPPS BL; the same material as the antimicrobial mate- 
rial without the antimicrobial agent). A cover glass (18 × 
18 mm; thickness, 0.12 - 0.17 mm; Matsunami, Tokyo, 
Japan) was placed over the agar. The margins of the pre- 
pared specimens were sealed with a sealant to prevent 
desiccation. The specimens were kept on the stage of a 
microscope (BX50; Olympus, Tokyo, Japan), and bacte- 
rial growth was directly observed. During the experi- 

ment, an almost constant temperature of 26˚C was main- 
tained. 

When bacterial cells grow in a medium on non-anti- 
microbial or antimicrobial material, they increase in cell 
number over time and form microscale colonies. We ob- 
served the microscale colonies at a vertical distance of 0, 
100, 200, and 300 µm from the surface through the mi- 
croscope in 2 fields of view (width of 1 field, 160 × 220 
µm) and photographed the colonies intermittently at 30 - 
min intervals. The distances from the solid surface were 
adjusted using the scale attached to the adjustment han- 
dle of the microscope. In the previous study, the colony 
area was estimated for growth rate constants. On the other 
hand, in the present study, we determined the number of 
cells per micro-colony for more precise measurements. 

3. RESULTS AND DISCUSSION 

In the present study, the growth of E. coli NBRC 3972 at 
different distances (0, 100, 200, and 300 µm) from anti- 
microbial and non-antimicrobial surfaces was directly 
observed under a microscope using the modified micro- 
culture method (Figure 1). An example of the growth 
curve of E. coli observed using the above-mentioned me- 
thod is shown in Figure 2. In the present study, the num- 
ber of cells per colony was determined during the growth 
phase to estimate the growth rate constants of the cells. 
After the growth had stopped, the number of cells per co- 
lony was determined and the growth termination time was 
investigated. 

3.1. Growth Rate Constants at Different Vertical  
Distances from Antimicrobial and  
Non-Antimicrobial Surfaces 

The growth rate constants for E. coli in full-strength NB 
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Figure 1. Schematic illustration of the modified microculture 
method. The method of Yamada et al. (2010) was slightly 
modified. 
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distance from the surface or the nutrient concentration 
surrounding the bacterial cells, and that diluted nutrient 
concentrations (even at 1/40 NB) were sufficient for the 
cells to show the same growth rates as those observed at 
higher nutrient concentrations. 

Growth termination time

 

On the antimicrobial material (GPPS 1.0%), the grow- 
th rate constants for E. coli were similar to those obser- 
ved on the non-antimicrobial material at every distance 
for NB and 1/2 NB (Figure 3). At lower nutrient con- 
centrations, namely, 1/10 NB and 1/40 NB, the growth 
rate constants for distances of 100 - 300 µm from the sur- 
face were similar to those on the non-antimicrobial ma- 
terial, whereas the growth rate constants on the surface (0 
µm) was 0 min−1; no cell growth was observed (Figure 3). 

Figure 2. Growth curve of Escherichia coli NBRC 3972 at a 
distance of 100 µm from the non-antimicrobial (GPPS BL) sur- 
face in the full-strength nutrient broth (NB) medium. During the 
growth phase (denoted by “a”), the number of cells per colony 
was determined to estimate the growth rate constant. After the 
growth phase (denoted by “b”), the number of cells per colony 
and the growth termination time was measured. 

In the previous study, we found that antimicrobial acti- 
vity on the surface was evident when cells were cultured 
under low nutrient concentrations, and we deduced that 
antimicrobial materials retard the nutrient uptake or nu- 
trient utilization efficiency of cells or block the initiation 
of the cell cycle [12]. The same appears to be true for the 
antimicrobial surface used in the present study, though 
the nutrient concentrations used were somewhat different. 
On the other hand, the growth of cells only at slightly 
apart from the antimicrobial surface seems to not be af- 
fected by the antimicrobial material even at low nutrient 
concentrations. 

 
agar medium on the non-antimicrobial surface (GPPS BL) 
were similar for all the different distances from the sur- 
face (Figure 3). This was also the case under other nutri- 
ent concentrations, from 2-fold-diluted NB (1/2 NB) to 
40-fold-diluted NB (1/40 NB) (Figure 3). Moreover, the 
growth rate constants were similar for all nutrient con- 
centrations. These results indicate that the bacterial growth 
rate on non-antimicrobial material is not affected by the 
 

 

 

Figure 3. Growth rate constants for E. coli at different vertical distances (0 - 300 µm) from the antimicrobial (GPPS 
1.0%; ■) and non-antimicrobial (GPPS BL; ■) surfaces in media of varying concentrations (from full-strength 
NB to 1/40 NB). The average values are indicated with standard errors (n = 9 - 10).      
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3.2. Number of Cells per Colony and Growth  

Termination Time at Various Distances 
from Antimicrobial and Non-Antimicrobial 
Surfaces 

The number of cells per colony after the cessation of cell 
growth at different distances from the antimicrobial and 
non-antimicrobial surfaces was investigated. E. coli co- 
lonies incubated with NB on the antimicrobial material 
contained a similar number of cells as those on the non- 
antimicrobial material at all distances (Figure 4). How- 
ever, at lower nutrient concentrations, the number of 
cells on the antimicrobial material was lower than that on 
the non-antimicrobial material. This observation was 
most prominent at smaller distances from the surface, as 
shown in Figure 4. 

E. coli colonies start to grow from a single cell, with 
the number of cells per colony increasing until the ces- 
sation of growth. Therefore, the number of cells per co- 
lony after the cessation of growth depends on the growth 
rate and the growth period of the cells. The growth rate 
constants were similar between the antimicrobial and 
non-antimicrobial material, though no cell growth was 
observed at the antimicrobial surface (0 µm), as shown in 
Figure 3. Thus, the colony size should be mainly deter- 
mined by the growth-continuing period; shorter growth 
period leads to lesser number of cells per colony. This 
finding was apparent at low nutrient concentrations such 

as 1/10 NB and 1/40 NB (see Figures 5 and S1). There- 
fore, it was suggested that the less number of cells per 
colony in relation to the distance from the antimicrobial 
surface (Figure 4) was greatly related to the shorter growth 
period until growth termination, even if the cell growth 
was initiated at a normal rate. 

On the non-antimicrobial and antimicrobial surfaces (0 
µm) under NB conditions and on the non-antimicrobial 
surface (0 µm) under 1/2 NB conditions, the number of 
cells per colony was greater than that at the other dis- 
tances under the same nutrient concentrations. Although 
the growth rate constants under these conditions were si- 
milar to those at other distances, the growth periods were 
longer than those at the other distances (more than 1440 
min). On these surfaces, the colonies spread two-dimen- 
sionally along the surface, whereas the colonies at other 
distances enlarged three-dimensionally. In two-dimensio- 
nally spreading colonies, more cells may be able to con- 
tact the surrounding nutrients than those in three-dimen- 
sionally enlarging colonies, leading to a longer period of 
nutrient uptake and resulting in colonies with a greater 
number of cells. 

3.3. Mechanism Underlying Different  
Antimicrobial Effects Depending on the 
Distance from the Antimicrobial Surface 

The antimicrobial material used in the present study 
 

 

 

Figure 4. The number of cells per colony after microculture of E. coli at different distances from the antimicrobial 
(GPPS 1.0%; ■) and non-antimicrobial (GPPS BL; ■) surfaces in media of varying concentrations. Bars indicate stan- 
dard errors (n = 9 - 10). 
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Figure 5. The relationship between the number of cells per colony and growth termination time at different 
distances from the antimicrobial surface (GPPS 1.0%) in media of varying concentrations (full-strength NB to 
1/40 NB). The solid line represents the least-squares fit of the data. Bars indicate standard errors (n = 9 - 10). 
The data shown in Figures 4 and S1 were used for the number of cells per colony and growth termination time, 
respectively. The E. coli cells in NB medium grew for such a long time that the growth termination time ex-
ceeded 600 min. So, for the case of NB, the growth termination times were plotted as 600 min in the figure. 

 
contained an inorganic antimicrobial agent (Novaron 
AG1100) composed of silver-based ion exchangers in 
hexagonal phosphate zirconium and an organic material, 
polystyrene. Novaron is presumed to exert its antimicro- 
bial effect through silver ions released from the material 
and/or activated oxygen generated from water in the pre- 
sence of Novaron and light, according to the manufac- 
turer’s description (US Food and Drug Administration 
approved). In a preliminary experiment to avoid the light 
effect, we performed a microculture experiment under 
constant dark conditions and compared the final number 
of cells per colony to those of the present study. The an- 
timicrobial effect was the same as that in the present 
study (data not shown). Thus, the silver ions seem to be 
the main factor generating the antimicrobial effect in our 
experiments. The release rate of silver ions from the ma- 
terial, although quite small, has been reported to be en- 
hanced in the presence of amino acids and proteins [16]. 
Silver ions released from the material seem to have dif- 
fused into the nutrient agar during the incubation period 
in the present study. In this case, the diffusion of silver 
ions can have different antimicrobial effects depending 
on the distance from the surface, because the silver ions 
take time to diffuse and reach the cells in areas distant 
from the surface of the antimicrobial material. Thus, at  

lower nutrient concentrations (1/10 and 1/40 NB), the si- 
lver ions may get released from the antimicrobial surface 
just after incubation and block cell growth at the antimi- 
crobial surface (0 µm) from the beginning of the incuba- 
tion, resulting in the lack of cell growth on the surface. In 
comparison, at 100 - 300 µm from the surface, the cells 
can grow at the same rate as those on the non-antimicro- 
bial surface until the silver ions have reached the cells, 
where after cell growth is arrested, resulting in a lesser 
number of cells per colony due to a shorter growth pe- 
riod compared with that on the non-antimicrobial mate- 
rial. The diffusion rate of silver ions and the effective 
concentrations of silver ions as antimicrobial agents are 
further subjects to be investigated. 

In the environments in which antimicrobial surfaces 
are used, bacteria often form biofilms on the surface. The 
biofilms formed on the antimicrobial surface may inhibit 
antimicrobial activity; this phenomenon may be due to 
the decrease in the susceptibility of microbes to materials 
loaded with antibiotics, and this decrease is caused by 
the production of extracellular polymeric substances [7, 
8]. On the basis of the results of the present study, it may 
be concluded that the three-dimensional structure [14] and 
the higher nutrient ion concentration in biofilms [13] also 
weaken the antimicrobial activity in the biofilm on the  
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antimicrobial surface. 

4. CONCLUSION 

The present study showed that the cell growth of E. coli 
NBRC 3972 directly contacting the antimicrobial surface 
(at 0 µm from the surface) was blocked immediately 
after inoculation on the surface. However, the cell grow- 
th at distances of 100 - 300 µm from the antimicrobial 
surface was started normally for a while, and then stop- 
ped; earlier growth termination was observed for cells 
closer to the surface. This delay of the growth termina- 
tion was more obvious under lower nutrient concentra- 
tions (1/10 and 1/40 NB). To our best knowledge, the pre- 
sent study is the first to report that the antimicrobial ef- 
fect on bacterial cells depends on the distance from the 
antimicrobial surface. In the environments in which an- 
timicrobial surfaces are used, the antimicrobial activity 
may be weakened by the formation of biofilms because of 
the three-dimensional structure and the high nutrient con- 
centrations in biofilms. 
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Supplement 

 
Figure S1. Distributions of growth termination times of E. coli at different distances from the antimicrobial (GPPS 1.0%) and 
non-antimicrobial (GPPS BL) surfaces in media of varying concentrations (from full-strength NB to 1/40 NB). 
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