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Abstract 
Investigation into the separation of metal silver from industrial wastewater using electrochemical 
cell was carried out. Wastewater from photo laboratories was collected and treated batch wise 
using electrolytic equipment. A constant voltage of 2.0 V and variable current in the range of 0.3 - 
0.6 A at normal temperature were passed through the electrolyte for a period from 0.25 - 1.0 h. 
The results showed that increase in current yield an increase in the amount of metallic silver re-
covered with highest values of 2.3 g and 2.8 g at 0.6 A for the tested samples 1 and 2, respectively. 
The electrochemical separation method proved to be more reliable and economical when com-
pared to other methods and also, reduction in environmental pollution of industrial wastewater 
containing high concentration of silver metal is achieved. 
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1. Introduction 
Silver is valued as ornamental and coinage metal since ancient times. It is a precious metal with a number of in-
dustrial applications especially in photo imaging being the most malleable and ductile of all metals. Separation 
of silver metal from photo-processing wastewater is of particular interest because of its unique qualities, reduc-
tion in environmental discharge of metal contaminated wastewater, and the rapid decline in availability from 
natural sources whereby preservation is of great concern. Free silver in photographic processing solutions has 
been recognized as an efficient bactericidal and as such could affect the biological and ecological balance of the 
system [1]. Thus, its removal from photographic wastewater leads to a much cleaner environment by minimizing 
the potential water pollution. Heavy metal pollutants, such as silver constitute a very serious form of pollution 
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because they usually form stable compounds that are not readily removed by oxidation, precipitation or any oth-
er natural process. Silver is said to be toxic and poisonous to the enzyme system, as well as having an affinity 
for the amino, imines and sulfydryl groups hence need to be removed from wastewater before discharge into the 
environment [2]. Also, it is believed that embarking on the separation of silver from wastewater is useful to en-
courage scientific research and create employment. Briefly, during film processing, exposed silver-halide crys-
tals in emulsion are turned into black metallic silver, but unexposed crystals are not changed. Hence the light 
sensitive crystal is turned into black metallic silver thereby darkening clear areas of the film until completely 
black [3]. A number of possible technologies are available to separate silver from processing solutions. Among 
these there are chemical precipitation, metallic replacement, and electrolytic. Others are ion exchange, reverse 
osmosis and evaporation or distillation. The latter three are mostly called concentration technologies and are 
rarely viable options except for very large facilities [4]. Silver metal usually is alloyed with small amounts of 
other metals to make it harder and more durable. Sterling silver for tableware and other solid-silver objects is 
92.5 percent silver and 75 percent copper [5]. Silver is used to coat smooth glass surface for mirrors by vapori-
zation of the metal or by precipitation from a solution and widely used in electrical and electronic components. 
Colloidal silver, dilute solutions of silver nitrate (AgNO3), and some insoluble compounds such as potassium 
can be used in medicine as antiseptics and bactericides. For example, argyrols, a silver-protein compound is a 
local antiseptic for the eyes, ears, nose and throat.  

Silver halide salts such as silver bromide, silver chloride and silver iodide, which darkens on exposure to light 
are used in emulsions for photographic plates, films, and paper. The salts are soluble in sodium thiosulphate, 
which is the compound used in the photographic fixing process. Photographic films constitute heavy metal pol-
lutants and contain silver that form stable compounds not readily removed by oxidation or by any other natural 
processes [2]. This work is thus focused on separation of metal silver from industrial wastewater using electro-
chemical method to reduce the concentration of the heavy metal in effluent discharges and the pollution effect to 
the environment through an economical procedure. 

2. Methodology  
The liquid samples used in this research experiment were collected from two different photo-laboratories Agfa 
and Konica laboratories in Minna, Niger State, Nigeria. They are henceforth refer as sample 1 and sample 2 ex-
cept otherwise stated. Each sample was a collection of the waste discharges for three days. The carbon rods 
(anode) were fitted on the internal side of the 1000 mL beaker with a circular stainless steel cup (cathode) at-
tached to the cover of the beaker, immersed into the liquid waste inside the beaker. The required agitation was 
provided through a mixer immersed in the liquid waste. The cathode was connected to the negative variable DC 
source while the anode was connected to the positive DC source. The initial weight of the cathode was measured 
and recorded. 800 mL of sample 1 was measured, filtered and transferred into the 1000 mL beaker. The mixer 
and the variable DC current source were switched on with initial 0.6 A current value based on preliminary expe-
riment. The plating was checked after the elapsed time 0.25 h when a black coating was noticed. The current 
was reduced till when lighter plating was observed on the cathode. The cathode was removed, air dried, weighed, 
and the amount of silver recovered was measured. The procedure was repeated for the time interval 0.25 - 1.0 h 
with currents of 0.5 A, 0.4 A, and 0.3 A for both samples in each case, the time, current and weight for each run 
was measured and recorded . 

3. Results and Discussion 
The research shows feasibility and facile method employed to separate silver from photographic wastewater, 
which has remained an environmental pollutant even till now [6]. An electrolytic method was used in the 
process silver recovery from two different samples of wastewater. The results showed that recovery of 2.3 g, 0.8 
g, 0.5 g and 0.3 g were obtained from sample 1 and a recovery of 2.8 g, 1.6 g, 0.9 g, and 0.3 g from sample 2 at 
the time interval range of 0.25 - 1.0 h at 0.6 A, respectively. The obtained results revealed that with increase in 
the current applied, the higher is the silver recovery from the solution. It can also be deduced that the higher the 
concentration of silver in the wastewater, the higher the recovery. It can be noticed that sample 1 had initial sil-
ver concentration of 3.2 g/L and sample 2 had an initial silver concentration of 7.8 g/L therefore more of the sil-
ver was recovered from sample 2. The electrolytic method enables high amount of silver to be separated from 
the wastewater therefore making the method economical compared to other methods. For example, it is cheaper 
than extraction from natural sources which contain more impurities than the electrolytic method [6]. The inves-
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tigation revealed that the highest amount of silver obtained was 5.6 g from sample 2 which was possible through 
confines of the experiment setup. In both samples, the amount of silver in the waste reduced to 0.1 g before it 
was discarded to the environment after the experiment whereby it is less hazardous [7] [8]. 

With a variable AC/DC converter, the silver recovery was performed at four different currents that is; 0.6 A, 
0.5 A, 0.4 A, and 0.3 A, and the results obtained are plotted as a function of mass of recovered silver versus time. 
Figure 1 shows the plot for the recovered metal at 0.6 A where the highest recovery was obtained for sample 2. 

It was revealed in the plot that the amount of silver recovered at 0.6 A within the time interval gave a steep 
rise relationship in the mass of silver metal for both samples which was sustained until after 0.25 h where a steep 
decline was observed. Sample 2 obtained higher recovery than sample 1 with the maximum plating for both 
samples occurred at 0.6 A and 0.25 h. Similar plots revealed the same pattern as shown in Figure 2 for the metal 
recovery at 0.5 A.  

Figure 2 also gave the relationship between the amount of silver recovered at 0.5 A and time, for an interval 
of 0.25 h. The graph shows a steep rise for the first 0.25 h which is very similar as compared with that obtained 
for 0.6 A, but in this case, the weight at the maximum is less than that obtained at 0.6 A. This means that more 
of the solid matter was deposited using a higher current. There was also a steep drop after the first 0.25 h for 
about 0.25 - 0.33 h, and then the drop became more gradual. This suggests that economically, the entire plating 
 

 
Figure 1. Mass silver recovered at 0.6 A for sample 1 and sample 2 in the 
time range of 0 - 60 min.                                              

 

 
Figure 2. Mass of silver recovered at 0.5 A for sample 1 and sample 2 in the 
time range of 0 - 60 min.                                            
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time for samples at 0.5 A should not exceed 1.0 h. In the same vein, as obtained in Figure 3, the amount of sil-
vermetal in the discarded wastewater was 0.1 g in sample 2 compared to 0.2 g of sample 1. Figure 3 gave the 
relationship between the amount of silver recovered and the time of plating. In this case, the graph showed a 
steep rise in the first 0.25 h and gradual drop in the amount deposited after the first 0.25 h. The current of 0.4 A 
seems to favour the recovery of silver from sample 2 much more than sample 1 this can be observed by the large 
difference in weights obtained as shown on the graph. 

Figure 4 gave the relationship of weight of silver recovered with time. Although there was a steep rise in the 
recovered mass in the first 0.25 h, both samples had a very low recovery. Which suggests that 0.3 A is not eco-
nomical for recovery in the process under investigation. The graph of cumulative recovery for silver for 0.6 A is 
as shown Figure 5. The pattern was similar for 0.5 A, 0.4 A, and 0.3 A (figures not shown). 

4. Conclusion  
The method employed in the investigation to separate silver metal from photo laboratory wastewater using elec-
trolytic method was successful. The obtained silver metal attached as a chain onto the surface of a circular 
stainless steel material (cathode) during the setup. It was revealed that amount of recovered metal increase with 
the current applied as the time progressed with highest at 0.6 A in the time range of 0.25 - 1.0 h. The method of 
 

 
Figure 3. Mass of silver recovered at 0.4 A for sample 1 and sample 2 in the 
time range of 0 - 60 min.                                             

 

 
Figure 4. Mass of silver recovered at 0.3 A for sample 1 and sample 2 in the 
time range of 0 - 60 min.                                             
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Figure 5. Cumulative mass of silver recovered at 0.6 A for sample 1 and sam-
ple 2.                                                             

 
fered abatement of the environmental pollution caused by the industrial wastewater from photo laboratories. 
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