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Abstract 
 
This paper suggests a new method of determining residual strain in the welding seals. Method is based on the 
speed of Rayleigh waves with measurements of strain changes 1 + 2. According to results of experiments 
described in the paper, author finds correlations for the two types of steels. The paper also reports on the ex-
perimentally obtained values of strain in the areas around welding seals and tee joints. Research indicates 
that under the influence of external loadings, residual strain doesn’t cause significant changes in the epures 
of strain. 
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1. Introduction and Theoretical Model 
 
Technical diagnostics of machinery and constructions 
operating over the long period time is an urgent issue in 
the industries of rail-road, automobile transportation, and 
oil and gas-refining in the Russian Federation. In addi-
tion to this, there is a number of industries in Russia 
where technical control over the conditions of material is 
a continuous necessity as, for example, in the aviation in- 
dustry and atomic energy. There are numerous methods 
of the technical diagnostics that allow controlling condi-
tions of material or construction: measurements of elasti- 
city constants or modulus of elasticity; measurements of 
elastic wave speed by impulses and resonance methods; 
measurements of relative speed for one longitudinal and 
two transverse waves by electromagnetic-acoustic me-
thod; the acoustic strain measurements, acoustic emis-
sion, and others [1-4]. One of such promising methods is 
the method of measuring Rayleigh waves [5-7]. 

The effectiveness of this method based on the fact that 
acoustic waves used in it are related to the structure of 
material [8-12], and characteristics of the structure 
change when material defects are appearing. Moreover, 
such a method allows distinguishing among strains of 1st 
(macro) and 2nd (micro) types due to the changes occur-
ring in the speed of ultrasound depending on the loading 
level. The ultrasound speed, measured directly during the 
stretching deformation of metal samples, depends on the 
structure of material, nature of deformation and the strain 
of deformation. 

One of the serious problems occurring during the as-

sessment of strained conditions for the load-caring con-
structions is the issue of residual strain arising, for ex-
ample, from the process of welding. In this work we re-
search the possibilities of acoustic methods to determine 
the residual strain originating during the welding process 
in the areas of welding seams of tee joints made from the 
steel Cor-Ten A and the steel А 568 М, which are widely 
used alloys in Russia. 

Almost all metals reveal the following pattern of the 
ultrasound speed dependency on deformation. The de-
pendency process consists of three main stages. During 
the first stage, the speed of ultrasound increases with the 
incensement of the loading, which correlates to the elas-
tic part of deformation. During the second stage, the ul-
trasound speed decreases, this indicates that the plas-
tic-elastic phase of deformation is occurring. Third stage 
results in the drastic decrease in the ultrasound speed, 
which marks the plastic deformation of metallic con-
structions. 

The situation with two unknowns occurs when mea-
suring the ultrasound speed on the initial stages of de-
formation for the steel alloy А 568 М, because the elastic 
stage of deformation causes the increase of the ultra-
sound, and the plastic-elastic stage causes its decrease 
Figure 1 demonstrates experimental dependency of 
loadings levels on the speed of ultrasound for examined 
steel alloy. The solution for this problem can be the fol-
lowing. For the initial part of the curve (VS), we found 
the correlation dependency. For this purpose we meas-
ured the dependency of ultrasound speed VS for of ex-
amined alloy on the tension  under the stretching de 
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Figure 1. Dependency of ultrasound speed change and 
strain on deformation in elastic and plastoelastic stages in 
steel А 568 М.  
 
formation for the elastic stage.  

1 = a1 + b1 VS 

where VS=V – V0, and V0 – the speed of ultrasound in 
the reference sample of examined alloy with the equal 
temperature of experiment, and a1 и b1 are the constants.  

Also, notice that the correlation needs to be deter-
mined using the increments of speed, not its absolute 
value. Otherwise estimations lose their accuracy because 
there is no possibility to measure an absolute value of the 
ultrasound speed in the process of deformation. 

Then, for the second part of dependency (VS), we 
need to determine the correlation between the speed of 
the ultrasound and the deformation of plastic-elastic 
areas (II—Figure 2): 

2 = a2+ b2 VS. 

Now solving these two linear equations together, we 
are receiving a summative value of strains occurring in 
the moment of measurement in the particular area of con- 
struction.  

 
2. Experiment Results 
 
Experiments were conducted using the equipment “IN-
STRON-1185” under conditions specified in the docu-
ment “ISO 6892:1998 Metals. Methods of tension test”. 
We also used the device ASTR that measures auto-cir- 
culation with the accuracy of 10-5

. In the course of expe-
riments we determine the dependency of the strain 
change on the ultrasound speed during the elastic and 
plastic-elastic stages of deformation. The correlation coe- 
fficients in such measurement are ranging between 
0.95-0.92 and the strain around the welding seal is esti-
mated based on these coefficients. 

In our experiment we measured the distribution of the 
strain around the tee joint welding seals. Electrodes ОК 
48.00, ОК 48.04 SMAW “ISO 2560\Е 51 5В 120 20Н” 
were used to perform the welding process. The strain 
was measured at least three times for each point, with 
points situated 0.5 mm apart from each other. Figure 2  

 
Figure 2. Dependency of residual strains around the weld-
ing seal of tee joint for electrode ОК 48.00, ОК 48.04 
SMAW in steel Cor-Ten A. 
 
demonstrates the dependency of residual strains around 
the areas of welding seal. It indicates that values of the 
strain are the largest around the welding seals of tee joint, 
but they became the smallest on the edge of the tee joint. 
These values and distribution of the strain vary for the 
different types of welding electrodes. This phenomenon 
may be explained by the heterogeneity of the welding 
itself and by the differences in the electrode influence. 
However, despite the distinction in the welding electrode, 
strains in the welding seals are always distributed sym-
metrically along the tee joint. 

Conducted research indicates that the electrode ОК 
48.00 SMAW, used for the welding process generates tee 
joints with residual strains around the seal with homo-
genous and uniform distribution on the left and right 
from the joint. When measurements are conducted di-
rectly on the metal of the seal, one can obtain correla-
tions that determine the transient strength of the operat-
ing machinery seal to the point of breakage and allow 
assessing the durability of the seal. 

For more detailed predictions of the welding seals 
characteristics in the operating machinery, we conducted 
model experiments to determine the residual and actual 
strains around the welding seals of tee joints with differ-
ent types of welding electrodes in the steel Cor-Ten A. 
Figure 3 represents an epure of strain changes around 
the welding seal for the different distances from the bot-
tom run of welding. One can see that the strain distribu-
tion is significantly heterogeneous. The value of strain 
alters depending on the type of using electrode. 

When loading is applied to the experiment, the oper-
ating characteristics of the seal changed. Figure 3 de-
monstrates dependency of the ultrasound speed changes 
on the applied loading around the tee joint in the steel 
Cor-Ten A. The measurement of ultrasound speed was 
performed under the loading of the tee joint by the 
4-point turn method. This figure indicates that the strain  
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Figure 3. Changes of ultrasound speed on loading value in 
the area of thermal influence of welding seal (tee joint, steel 
Cor-Ten A). 
 
remains unchanged under the loadings below 100 mPa 
and begins to grow after that. Such characteristics dem-
onstrate good quality of the tested welding seal.  

Based on the overall discussion of experiment, we can 
conclude that such a method can became an effective 
diagnostic tool of non-destructive control for materials. 
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