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Abstract 

A comparative study was carried out to investigate the suitability of some selected Nigerian vege-
table oils as alternative quenchant to SAE40 engine oil for industrial heat treatment of Medium 
Carbon steels. The study involved the characterization of physicochemical properties and fatty 
acid profile of cotton seed oil, palm kernel oil, neem seed oil and palm oil. The quenching perfor-
mance of these vegetable oils was conducted at quenchant bath temperatures of 34˚C, 50˚C, 70˚C, 
and 100˚C. SAE40 engine oil (Standard quenchant) and tap water served as control. The effect of 
cooling rates of the quenching media on mechanical properties and microstructure of the quenched 
steel samples were investigated. The results obtained show that the different vegetable oils have 
different viscosity and viscosity-temperature behavior just as their molecular structures were 
different. The mechanical properties of the as-quenched specimens in these oils show that the 
hardness of steel quenched in palm kernel oil was highest 40.85HRC. As received sample absorbed 
the highest amount of energy (183 J) before fracture while sample quenched in water absorbs 
least energy (28 J). Hence vegetable oil is suitable as alternative quenchant to petroleum based 
SAE40 engine oil for quenching medium carbon steels, without cracking or distortion, the most 
suitable among them being palm kernel oil. 
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1. Introduction 
Most steel parts such as gears, precision guages, bearings, tools and dies produced today are heat treated before 
being put into service. Parts are heat treated to enhance particular properties, such as hardness, toughness and 
corrosion resistance, and to improve uniformity of properties. The exact heat treatment applied depends on both 
the type of alloy and the intended service conditions [1]. The main types of heat treatments often used to modify 
the microstructure and mechanical properties of engineering materials particularly steels are annealing, norma-
lizing, hardening and tempering [2].  

Quenching of steels involves the process of heating a part above upper critical temperature to austenitizing 
temperature and holding at this temperature for a specified soaking time followed by intense cooling in a suita-
ble quench medium. Quenching prevents the formation of ferrite or pearlite and allows the formation of bainite 
or martensite [3].  

Quench hardening is one of the most important processes of heat treatment that can improve the performance 
of steel greatly. It is also one of the major causes of rejected components and production losses due to cracks 
and distortion in the material. Achieving desired mechanical properties and minimizing the possibility of occur-
rence of quenching cracks are the key indicators of successful hardening process. Quenching to develop marten-
sitic structures without warping or cracking depends on the hardenability of the steel part, the quenching tem-
perature and the severity of quenching medium [4]. 

Therefore, the technical challenge of quenching is to select the quenching medium and process that will mi-
nimize the various stresses that develop within the part to reduce cracking and distortion, while at the same time 
providing heat transfer rates sufficient to yield the desired as-quenched properties.  

Over the years, water, brine and mineral based oils are the most commonly used to harden steel because they 
are readily available. The relative severity of quench of these media rates brine as having the highest severity 
while oil is considerably less drastic [5]. Although water quenching is faster and less costly than oil quenching, 
the degree of distortion that accompany water quenching can be very high, therefore oil quenching which is less 
severe than water quenching is generally preferred [6]. However, because of environmental concerns and grow-
ing regulations over contamination and pollution, associated with petroleum based oils, it is of continuing inter-
est to identify a safer, renewable and biodegradable alternative quenchant to petroleum based oil. Vegetable oils 
are currently one of the most commonly identified environmentally friendly renewable, biodegradable and less 
toxic alternatives [7]. 

Vegetable oils are natural products of plant origin consisting of ester mixtures derived from glycerol with 
chains of fatty acid containing about 14 to 20 carbon atoms with different degree of unsaturation [8]. Physico-
chemical properties of triglyceride and its applications depend upon fatty acid constituents in their molecule. 
However, the differences are due primarily to chain length, degree and position of unsaturation. No oil has any 
fixed combination of the different fatty acids present in it, but the proportions of these will vary with locality, 
soil, season, and other factors. This accounts for differences between the same species of oil from different 
places, or harvested at different times. It is also the reason why different vegetable oils exhibit different inherent 
properties or why one vegetable oil may be favoured for an application, such as quenching relative to another 
[9]. 

The objective of this work is to explore the suitability of cotton seed oil, palm kernel oil, neem seed oil and 
palm oil as alternative quenchant to SAE40 engine oil and tap water by studying the effect of the physico-
chemical properties and molecular structure of the oils on their quenching performance. 

2. Materials and Methods  
2.1. Materials 
The materials used for this study was medium carbon steel obtained from Ajaokuta steel company limited, 
Ajaokuta, Kogi State, Nigeria. The average chemical composition of the steel is given in Table 1. The oils under 
investigation (palm kernel oil, cotton seed oil, neem seed oil and palm oil) are typical vegetable oils produced in 
Nigeria. A total of six quenching media comprising of palm kernel oil, cotton seed oil, neem seed oil, palm oil, 
SAE40 engine oil and tap water were studied. The SAE40 engine oil and tap water served as control used for 
comparison in this study.  
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2.2. Method 
2.2.1. Determination of Physicochemical Properties of the Oils 
Investigation of the oils properties in this study considered those properties that directly affect the use of oil as 
quenchant. Properties such as i) Viscosity, ii) Flash point, iii) Pour point, iv) Acid value, v) Iodine value. The 
viscosity of each sample of the oils was measured according to ASTM D445-06. The viscosity index (VI) was 
determined according to ASTM D2270-04. The Acid number (AN) was determined by a titration procedure us-
ing potassium hydroxide (KOH) and was reported as milligrams of KOH per gram of sample (mgKOH/g). Acid 
number (AN) is given by the expression: 

[ ]56.1 mg KOH gNVAN
W
×

=                                  (1) 

where 56.1 = molar mass of the KOH; 
V = Volume of KOH solution in ml; 
N = Normality of KOH solution; 
W = Weight of sample in g. 
Iodine number of each oil was determined according to ASTM D5554-95. Flash point of oil was measured 

using the Pensky-Martens closed Tester (PMC) procedure. The fatty acid ester composition of the four vegetable 
oils were determined by a gas chromatographic analysis procedure using a Model GCMS-QP2010 PLUS Shi-
madzu, Japan gas chromatograph equipped with a flame ionization detector set to 300˚C and a “split” injection 
system ratio of 1:30 at 280˚C. 

2.2.2. Mechanical Properties Determination 
Hardness values determinations were carried out on test–pieces cut from the middle portion of the as-quenched 
specimens. The hardness impressions were taken transversely in two perpendicular directions along the cross- 
section of the quenched steel specimens using Rockwell hardness testing machine (Leco LM 700 AT) under ap-
plied load of 490.3 MN and dwell time of 10 sec. on a “C” scale (HRC). Hardness values were recorded at dif-
ferent points to obtain an average value. Two repeat tests were performed for each quenching medium and the 
average taken as representative of the hardness obtained for each treatment. 

Tensile tests were conducted on an Instron Universal Testing machine Model 3369 by using standard tensile 
test specimens of 5.0 mm in diameter and gauge length of 20 mm. The tensile strength, percentage reduction in 
area and percentage elongation were determined from the Load-extension curves. The impact energy test was 
carried out to measure the toughness of the as-quenched steel specimens on Izod impact testing machine Model 
IT-30 according to ASTM D256 in various selected quenching media. 

3. Results and Discussion 
The average chemical composition of the steel used is given in Table 1. The physicochemical properties and the 
fatty acid ester compositions of the quenching media are entered in Table 2 and Table 3 respectively. The acid, 
the iodine, the viscosity values, flash point and thermal conductivity based on this current study are entered in 
Table 2. The effect of selected quenching media on the mechanical properties of the quenched medium carbon 
steel is entered in Table 4. Figures 1-4 are the bar charts of hardness values, tensile strength, percentage elon-
gation, and impact energy of the quenched medium carbon steel. The various microstructures developed after 
quenching the carbon steel in selected quenching media are presented in Table 4 and Micrographs 1-7. 

This study has shown the oils under investigation to contain mainly fatty acids in their chemical composition 
(Table 3). The saturated fatty acid contents of these vegetable oils are lauric, myristic, palmitic, stearic while the 
unsaturated fatty acids include oleic and linoleic.  

The quenching characteristics of medium carbon steel in the selected vegetable oils were studied in this re-
search work to evaluate the possibility of using vegetable oils as alternative quenchant to SAE40 engine oil for 
industrial heat treatment of Medium Carbon steels. The hardness, tensile strength, percent elongation, percent 
reduction in area and impact energy were used as major criteria in assessing each vegetable oil under investiga-
tion. The photomicrographs of the as-quenched specimen were used to correlate the mechanical properties val-
ues obtained. 

The microstructure of the as-received medium carbon steel is composed of a mixture of pearlite and ferrite  
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Figure 1. Average hardness values of steel samples quenched in different 
quench media.                                                      

 

 
Figure 2. Tensile strength of steel samples quenched in different quench media.   

 

 
Figure 3. % elongation of steel samples quenched in different quench media.  

 
Table 1. Chemical composition (wt %) of the medium carbon steel used.                                            

Element C Si Mn P S Cr Fe 

% Composition 0.357 0.16 0.75 0.032 0.041 0.1 98.2 
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Figure 4. Impact values of steel samples quenched in different quench media.  

 

 
Micrograph 1. Microstructure of as-received medium carbon steel sample. 
The structure consists of pearlite (dark) in the matrix of ferrite (white) 
(400×).                                                            

 

 
Micrograph 2. Microstructure of cotton seed oil quenched sample showing 
martensite structure (dark) with bainite (grey) and retained austenite (white) 
(400×).                                                           

 

 
Micrograph 3. Microstructure of palm kernel oil quenched sample. Predo-
minantly martensite (dark) with some bainite (grey) (400×).                
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Micrograph 4. Microstructure of neem seed oil quenched steel sample. Pre-
dominantly martensite (dark) and pearlite (grey) (400×).                   

 

 
Micrograph 5. Microstructure of palm-oil quenched steel sample. Predomi-
nantly martensite (dark) and pearlite (Grey) (400×).                       

 

 
Micrograph 6. Microstructure of SAE40 engine oil quenched steel sample. 
Structure consists of martensite (dark) and pearlite (light) (400×).            

 

 
Micrograph 7. Microstructure of steel sample quenched in tap-water. Struc-
ture consists predominantly of martensite (dark) (400×).                   
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Table 2. Summary of physicochemical properties of the quenching media.                                          

Quenching 
Medium 

Physical Property 

Viscosity  
at 40˚C  

(cSt) 

Viscosity  
at 100˚C 

(cSt) 

Viscosity 
Index 

Acid Number 
(mg KOH/g 

Sample) 

Iodine  
Number 

(g I2/100 g  
sample) 

Flash  
Point 
(˚C) 

Pour  
Point 
(˚C) 

Specific  
Gravity 

Specific  
Heat 

(J/g ˚C) 

Thermal  
Conductivity 

(W/m ˚C) 

Cotton  
Seed Oil 34.8 6.9 166.31 1.80 115.09 226 23 0.910 1.853 0.139 

Neem  
Seed Oil 32.41 7.89 149.55 12.97 120.16 244 20 0.907 1.902 0.152 

Palm  
Kernel Oil 41.69 8.94 145.13 0.22 5.59 246 22 0.916 1.858 0.131 

Palm Oil 39.7 8.2 188 1.23 5.90 172 24 0.897 1.955 0.169 

(SAE40) 36.0 5.03 105   260 9 0.868   

 
Table 3. Percentage fatty acids of selected vegetable oils (w%).                                                   

Oil 

Saturated Monounsaturated Polyunsaturated Others Total  
unsaturated 

Total  
saturated 

Unsat/ 
Sat 

ratio 

Lauric  
acid (a) 

Myristic 
acid (b) 

Palmitic  
acid (c) 

Stearic  
acid (d) Oleic acid (e) Linoleic acid (f)  (e + f) (a + b + 

c + d)  

CH3(CH2)10

COOH 
CH3(CH2)12 

COOH 
CH3(CH2)14 

COOH 
CH3(CH2)16 

COOH 
CH3(CH2)7CH 

=CH(CH2)7COOH 

CH3(CH2)4CH=CH 
(CH2)CH= 

CH(CH2)7COOH 
    

12:0* 14:0* 16:0* 18:0* 18:1** 18:2**     

Cotton 
seed  
oil 

- - 32.47 9.08 19.05 37.32 2.08 56.37 41.55 1.35 

Neem 
seed  
oil 

- 0.97 16.23 23.87 48.12 9.37 1.44 57.49 41.07 1.39 

Palm 
kernel 

oil 
43.37 16.30 16.52 2.76 12.05 7.52 1.48 19.57 78.95 0.25 

Palm 
oil - 1.0 45.88 2.7 38.22 9.8 1.1 45.32 49.32 0.92 

*saturated; **unsaturated; Note: 1. Percentages may not add up to 100% due to presence of other minor constituents not listed. 
 

(see Micrograph 1 and Table 4). The microstructures obtained in the as-quenched specimens affect the me-
chanical properties measurement results. 

The photomicrographs of the carbon steel sample quenched in palm kernel oil and water reveal predominately 
martensitic structure (see Micrograph 3 and Micrograph 7 and Table 4), while the specimens quenched in 
cotton seed oil, neem seed oil and SAE40 engine oil (standard quenchant) show mainly a mixture of martensitic 
structure and bainite (lower bainite) (see Micrograph 2, Micrograph 4 and Micrograph 6 and Table 4). 

The micrograph of the specimen quenched in palm oil reveal mainly a mixture of martensite and bainite (up-
per bainite) structure (see Micrograph 5 and Table 4) The different microstructures observed are as a result of 
the different rates of cooling in different quenching media used as shown in Table 4. Essentially, all the micro-
structures observed were ferrite, pearlite, bainite and martensite. 

As compared to the ductile behaviour of the as-received medium carbon steel, specimens quenched in the six 
quenching media exhibited brittle fracture as indicated by the almost zero value of percentage elongation (Table 
4). It was observed that higher hardness values were obtained for the palm kernel oil and cotton seed oil 
quenched specimens but lower than water quenched specimen. While lower hardness values were obtained for  
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Table 4. Effects of quenching media on mechanical properties of medium carbon steel.                                 

Quenched sample Main  
structure 

Average  
hardness  
(HRC) 

Tensile  
strength 
(N/mm2) 

Percentage  
elongation 

(%) 

Percentage  
reduction  

in area 
(%) 

Izod  
impact  
value 
(J/m) 

Palm kernel oil quenched Predominantly martensite 40.85 300 0.1 3.5 10.0 

Cotton seed oil quenched Martensite and lower bainite 33.25 350 0.4 2.5 10.5 

Neem seed oil quenched Martensite and lower bainite 12.5 550 0.4 3.5 15 

Palm oil quenched Martensite and upper bainite 13.8 480 0.3 3 14 

Water quenched quenched Predominantly martensite 47.45 250 0.2 2 3.0 

SAE40 engine oil quenched Mixture of martensite and lower bainite 20.75 450 0.2 5 12.0 

As-received Pearlite and Ferrite 10.2 565 8.0 15 30.0 

 
the neem seed oil and palm oil quenched specimens than both the SAE40 engine oil and water quenched speci-
mens. The hardness value of the water quenched specimen and the observed microstructure conform to the ex-
pectation. 

All the vegetable oil quenched specimens exhibited higher Izod impact values than the water-quenched spe-
cimen and no cracks were observed in the specimens indicating suitability of the media for quenching of this 
particular steel alloy. Palm kernel oil quenched sample exhibited superior mechanical properties in relation to 
hardness values compared to other vegetable oils used. 

The viscosity index of each of the vegetable oil used is shown in Table 2. It has been established in this re-
search work that palm oil have the highest viscosity value followed by cotton seed oil, neem seed oil, palm ker-
nel oil and then SAE40 engine oil.  

The unsaturated/saturated ratio of Cotton seed oil, neem seed oil, palm kernel oil and palm oil are in the order 
of: Palm kernel oil < palm oil < Cotton seed oil < Neem seed oil. 

Among the vegetable oils evaluated, palm kernel oil is the most saturated and most stable with respect to 
quenching while Neem seed oil is the least (see Table 3).  

4. Conclusions 
From the results obtained, it can be concluded that: 

Extensive characterization of all the vegetable oils used was carried out and the correlation between physico-
chemical properties, fatty acid profile and their quenching characteristics were established. 

Viscosity Index (VI) of Palm kernel oil, neem seed oil, cotton seed oil and palm oil are higher than that of 
SAE40 which means that their viscosity is less sensitive to temperature variation than SAE40 engine oil.  

The two most common saturated fatty esters in the vegetable oils used for this study are palmitic and stearic, 
while the unsaturated ester are oleic and linoleic. The degree of saturation is in the order of: Palm kernel oil > 
palm oil > cotton seed oil > neem seed oil. 

Average hardness value ranked in descending order as: 
Water > palm kernel oil > cotton seed oil > SAE40 > palm oil > Neem seed oil. 
Two of the vegetable oils (palm kernel and cotton seed) exhibited substantially fast cooling during the 

quenching period as reflected by their hardness values obtained which suggest that they would be suitable as al-
ternative to petroleum based SAE40 engine oil for quenching low hardenability steels such as medium carbon 
steels without cracking or distortion. The most suitable among them being palm kernel oil based on mechanical 
properties of its quenched steel sample as compared to others.  

Based on the heat flow parameters, palm kernel oil can be used as fast quench medium while cotton seed oil 
and neem seed oil may be used as slow quench oil. Among the oils tested, palm oil exhibited the least quenching 
ability. 
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