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nanoparticles have a size less than 100 nm, their higher specific surface in comparison with fillers with larger 
particles allows significantly reduce the degree of filling composite. The transition to organic and nanosized fil-
ler, when optimizing the synthesis parameters, allows not only to reduce the specific consumption of this mate-
rials, but also to obtain materials with higher performance. 

It is known that biological entities are interesting objects of study. The results show that the dielectric con-
stant of tissues, cells and animal bones is very high at low frequencies and decreases with increasing frequency. 
Studies of the frequency dependence of the dielectric constant of objects of biological origin can determine such 
important physical constants as coefficients of absorption, reflection, refraction, and establish the scope of their 
practical application [10]-[12]. New materials obtained based on polymers with fillers of biological origin can 
certainly open up new scientific-practical possibilities. Selection of fish bones in this research is due to the fact 
that this stuff retains its structure, properties, and resistant to external influences for a long time. Therefore, for 
the purchase of high quality, stable to external factors, composites are used as filler particles from fish bones. 
Investigation of the influence of metal nanoparticles and with the change of the composition, size and volume 
content of the filler and nanoparticles allowed us to obtain new class of nanocomposite materials whose proper-
ties could be controlled and improved in the right direction. Thus, the receipt and investigation of the frequency 
dependence of the dielectric constant and dielectric loss of the composites Al + LDPE + Fb are the undoubted 
scientific practical interest. 

2. Experimental Technique 
Composite samples are obtained by mechanical mixing of fishbone Kutum powder with the PE powder in por-
celain mortar. The mixing is continued until we have obtained a homogeneous mixture. The mixture is kept for 
some time at the melting temperature (443 K) of the polymer under pressure of 5 MPa. In the same temperature 
by compacting the homogeneous mixture and the pressure slowly increases to 15 MPa. At this temperature, the 
sample is maintained for 5 minutes and then is quickly cooled in water. The sizes of the samples are: thickness is 
about 80 - 120 × 10−3 mm, diameter of the obtained samples is 35 mm. Provide reliable electric contact between 
the samples and electrodes made of stainless steel, the electrodes made of thin aluminum foil of thickness 7 × 
10−3 mm was pressed to both working surfaces of the sample.  

Block diagram of the setup is shown in Figure 1. Measurement of ε and tanδ realized with alternating current 
frequency at 1 kHz. Sample (2) is kept between the two electrodes of the cell for measurement. Then the sample 
is heated in the cell via the heater (4) that was designed integrated in the laboratory with constant speed 2, 5 
K/min. The temperature of sample is registered by the thermocouple (3) by the system that attaches the heater 
(4). Resistance of the sample is measured by the tera-ohmmeter (5) (Е6 - 13 А), while dielectric constant and di-
electric loss measuring by the bridge Е-20. If necessary the temperature of sample is measured by the thermo-
meter (6) (M-64). For the power supply of the heater used three-auto-regulated system (7). 

 

 
Figure 1. Block diagram of the apparatus for measuring temperature dependences of 
dielectric constant and dielectric losses: 1—measuring cell, 2—sample, 3—thermocouple, 
4—heater, 5—immittance meter, 6—thermometer, 7—three-phase auto-regulated system. 

1
2

3

4

5

6

7

E8-4

M-64



E. M. Gojayev et al. 
 

 
3 

3. Results and Discussion 
The results of experimental studies of the frequency dependence of the dielectric constant and dielectric loss of 
fishbone and composites of the PE + x vol% (Fb) and PE + x vol% (Fb) + <Αl> are shown in Figures 2-4. 

The dependence of the dielectric constant and dielectric loss versus frequency for fish bones (Kutum) are 
shown in Figure 2. As shown in Figure 2 at very low (0 - 1 kHz) frequencies place a significant decrease of in 
the dielectric constant from 34.72 to 10.97. In the frequency range 1 - 20 kHz revealed a deep minimum at the 
frequency of 9.6 and a maximum at the frequency of 10 kHz, and later, with change in the frequency to 103 kHz 
-ε remains constant. A similar variation of dielectric constant versus frequency detected for the second bone. 
The minimum is observed at a frequency of 2.8 kHz and a maximum at a frequency 5, 1 kHz. The dependence 
of the dielectric loss of fish bones were also investigated in the frequency range 0 - 1000 kHz. As follows from 
Figure 2(a) at low frequencies for both fishbone is a strong decrease. However, for one of bones at a frequency 
of 10 kHz is observed variance. In the future, with increasing frequency to 500 kHz comes moderate decrease in 
dielectric loss. Since the frequency of 500 kHz, an increase in the dielectric loses to 1000 kHz.  

 

 
Figure 2. The dependence of the permittivity (a) and the dielectric loss (b) versus frequency for fishbone Kutum. 

 

 
Figure 3. The dependence of the dielectric constant (a) and the dielectric loss (b) versus frequency for compo-
sites PE + x vol. % fishbone Kutumx = 3, 5, 7. 

 

 
Figure 4. The dependence of the permittivity (a) and the dielectric loss (b) versus frequency for composites PE 
+ vol. % fishbone Kutum + 1vol% Al, x = 3, 5, 7. 
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Studies were conducted in the frequency range 0 - 1000 kHz in composites with additions x = 3%, 5%, 7% 
(Fb). As follows from Figure 3(a) for composite PE + 3 vol% Fb in the investigated frequency range (0 - 20 
kHz) dielectric constant decreases from 12.795 to 11.77. In the same frequency band to decrease ε composite 
additive PE + 5 vol% (Fb) does not change, ranging from 10.66 to 10.64, and for the composite with the addi-
tion 7 vol% (Fb) there was a slight decrease from 10.236 to ε 10.175. In the frequency range for all types of 20 - 
100 kHz the composites there is a slight increase since for 3 vol% (Fb) from 11.77 to 11.83 to 10.64 5vol% (Fb) 
to 10.77, while 7 vol% (Fb), 17 to 10.21. In the frequency range of 100 - 200 kHz ε is reduced to about 3 vol% 
(Fb) 11.83 to 11.79, for a composite 5 vol% (Fb) of 10.77 to 10.64, and the composite of 7 vol% (Fb) from 
10.205 to 10.216. Since the frequency of 200 kHz in the range 200 - 1000 kHz, the dielectric constant for all 
type of composites increases as the composite filled about 3 vol% (Fb) from 11.79 to 12.9 for the composite 5 
vol% (Fb) 10.65 to 11.62, and the composite of 7 vol% (Fb) 10.216 to 11.16, respectively (Curve 3). 

Results of the study of the frequency dependence of the dielectric loss (tanδ) are shown in Figure 3(b). As the 
3b for composite additive 3 vol% (Fb) in the frequency range (0 - 1 kHz), a decrease tanδ, and in the frequency 
range of 1 - 10 kHz tanδ it is from 0.0055 to 0.007. With a further increase in the frequency of 10 - 100 kHz tanδ 
it remains practically constant, and in the frequency range of 100 - 500 kHz, a decrease of 0.0056 - 0.0015, in 
the frequency range 500 - 1000 kHz increase from 0.0015 to 0.003. 

For composite PE + 5 vol% (Fb), the frequency dependence tanδ similarly changed. In the frequency range of 
0 - 10 kHz is reduced from 0.02 to 0.0035, in the frequency range of 10 - 20 kHz, the dielectric loss (tanδ) in-
creases from 0.0035 to 0.0051, and in the frequency range 20 - 100 kHz tanδ remains constant. With further in-
crease in the frequency 100 - 500 kHz is reduced from 0.0051 to 0.001, and in the frequency range 500 - 1000 
kHz increases from 0.001 to 0.0022. For composite PE + 7 vol% (Fb), the frequency dependence tanδ similarly 
changed. In the frequency range of 0 - 1 kHz is reduced from 0.0148 to 0.00041, in the frequency range of 1 - 10 
kHz, a dielectric loss (tanδ) increases from 0.00041 to 0.0015, and in the frequency range of 10 - 20 kHz is in-
creased by tanδ 0.0015 to 0.0045 kHz. In the frequency range 20 - 100 kHz tanδ remains constant. With a fur-
ther increase in the frequency of 100 - 500 kHz decreases from 0.0045 to 0.0015, and in the frequency range 500 
- 1000kHz increased from 0.00015 to 0,0009. 

We investigated the frequency characteristics of the dielectric constant and dielectric loss of nanocomposites 
with the general formula PE + x vol% (Fb) + <Αl>. Results of the study of the frequency dependence of the di-
electric constant of these composites are shown in Figure 4(a). As follows from the composite 3 vol% (Fb) + 1% 
Αl dielectric permittivity in the frequency range 0 - 500 kHz increased from 10.078 to 10.236, and the range 500 
- 1000 kHz ε increases from 10.236 to 11.055 (Curve 1). For a composite with 5 vol% (Fb) + 1% Αl in the fre-
quency range 0 - 500 kHz ε increases from 8.54 to 8.68 and a frequency range 500 - 1000 kHz from 8.68 to 
10.03 (curve 2). A similar change is observed for the composite with the addition of 7 vol% (Fb) +1% Αl. For 
this composite in a wide frequency range ε increases slightly from 7.88 to 7.89. In range 500 - 1000 kHz in-
creases from 7.89 to 8.6 (curve 3). 

Results of the study of the frequency dependence of the dielectric loss of the composites PE + vol% (Fb) + 1% 
<Αl> are shown in Figure 4(b). As follows from Figure 3(b) for the composite with the addition of 3 vol% (Fb) 
+ 1% Αl in the frequency range 0 - 0.5 kHz tanδ increased from 0.06 to 0.066 0.5 - 2 kHz sharply decreases 
from 0.066 to 0.005. In the frequency range 2 - 5 kHz increases from 0.0055 to 0.01, 5 - 20 kHz tanδ reduced 
from 0.01 to 0.009, in the frequency range 20 - 100 kHz slightly increased from 0.009 to 0.0094, and in the fre-
quency range 100-tanδ is reduced from 500 kHz to 0.0094, 0.00316, and a frequency range 500 - 1000 kHz in-
creased from 0.00316 to 0.026 (curve 1). For the composite with 5 vol% (Fb) + 1% Αl in the frequency range of 
0 - 0.5 kHz tanδ increases from 0.04 to 0.045, and in the frequency range 0.5 - 2 kHz sharply decreases from 
0.045 to 0.003. In the frequency range 2 - 5 kHz increased from 0.003 to 0.0068, and in the range 5 - 20 kHz 
tanδ decreases from 0.0068 to 0.005, in the frequency range 20 - 100 kHz slightly increased from 0.005 to 
0.0073, and in the frequency range 100 - 500 kHz tanδ decreases from 0.0073 to 0.001, and in the frequency 
range 500 - 1000 kHz increases from 0.001 to 0.018 (curve 2). For the composite with additives 7 vol% (Fb) + 1% 
Αl in the frequency range of 0 - 0.5 kHz tanδ increases from 0.0074 to 0.01, and in the frequency range 0.5 - 2 
kHz sharply reduced from 0.01 to 0.002. In the frequency range 2 - 5 kHz increases from 0.002 to 0.005, and in 
the range 5 - 20 kHz tanδ reduced from 0.005 to 0.0035 in the frequency range 20 - 100 kHz slightly increases 
from 0.0035 to 0.0046 in the frequency range 100 - 500 kHz tanδ decreases from 0.0046 to 0.0002, and in the 
frequency range 500 - 1000 kHz increases from 0.0002 to 0.016 (curve 3). 

Increasing the volume content of the filler leads to an increase in the number of dust particles fishbone Kutum 
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(Fb) in the total thickness of the sample, which can be regarded as a resistance connected between the electrodes. 
Since the particles (Fb) are highly compared with PE conductive, it can be assumed that the resistance of the 
composite will be mainly determined by the contact between the particles (Fb). At the boundaries of clusters 
(clusters are surrounded by thin layers of polyethylene, having a low ε in an alternating electric field of the ac-
cumulation and redistribution of free electric charges, which distort the original internal electric field. At low 
frequencies, the internal electric fields are distributed accordingly conductivity. Therefore, the change in dielec-
tric parameters frequency increases can be explained by the emergence of a relatively strongly embedded in the 
filler clusters [12]. 

4. Conclusion 
The researches of the frequency dependence of the dielectric constant and dielectric loss of the composites 
LDPE + Fb and nanocomposites LDPE + Fb + Al in the frequency range 0 - 1000 kHz revealed that a change in 
volume content of fish bones and aluminum nanoparticles could determine their optimal parameters, allowing to 
solve specific technical problems. 
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