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Abstract 
Fast reactors used lead-bismuth eutectic (LBE) and lead as coolants possess 
very high level of inherent self-protection and passive safety against severe 
accident. So, population radiophobia can be overcome. That type of reactors 
can be simultaneously more safely and more cheaply. As all other coolants, 
LBE and lead coolant (LC) possess the certain virtues and shortcomings. The 
presented report includes the comparative analysis of characteristic proper-
ties of those coolants, their impact on reactor safety, reliability and operating 
characteristics. The conclusion is made about promising usage of FRs with 
these coolants in future NP after the experience in operating of the prototypes 
of such reactors has been obtained.  
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1. Introduction 

To provide sustainable development of the future nuclear power (NP), it must be 
large-scale one. It is possible for use of fast reactors (FR), which breeding ratio 
(BR) is equal or exceeds one, operating in the closed nuclear fuel cycle (NFC). 
That makes it possible to involve 238U (widespread heavy uranium isotope) in-
stead of 235U (rare light uranium isotope) in generation of electric power at the 
NPP. Due to the highlighted fact, the source of raw fuel for the NP can be ex-
tended approximately one hundred times more thus providing the people with 
energy for many thousands of years without carbon release into the atmosphere 
and consumption of oxygen. To realize that opportunity, the FRs must operate 
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in the closed NFC with recycling of built-up plutonium. At the same time, the 
future large-scale NP must be competitive with fossil power plants (FPPs) and 
must deterministically eliminate the severe accidents requiring population evac-
uation. At present, in the world there are no nuclear power technologies (NPTs), 
which can meet all the highlighted requirements. However, now such NPTs are 
developed in many countries. 

Along with that, to this day the FRs are not developed widely. Moreover, at 
present the time for their economically expedient implementation in the NP is 
being postponed. For instance, in the USA, where the park of thermal reactors 
(TR) is the largest (about 100 GWe), it is not planned to implement FRs in the 
current century due to considerable increase of the natural uranium cost that 
can result in loss in competitiveness of the NPPs based on TRs with FPPs. 

The main reason is that FRs are much more expensive than TRs. That is con-
ditioned by the fact that everywhere the sodium was selected as coolant as pos-
sessing the best heat-transfer properties, which allowed providing of intensive 
heat removal in the core and high rate of excess plutonium buildup (short plu-
tonium doubling time). The highlighted requirement to FRs was a determining 
factor in the last seventies due to existing conditions, when the resources of 
cheap natural uranium were explored in low scales and the pace of electric pow-
er development and especially NP development was high. The required doubling 
time of plutonium (and consequently the time of doubling of the number of NPP 
power units) was ten years and less. 

The lower economical parameters of those FRs associated with additional ex-
penditures for safety caused by natural properties of sodium, namely: extremely 
high chemical activity while contacting with water and air that is possible in ac-
cidental situations. Those additional expenditures are caused by the necessity to 
provide the following: 1) intermediate sodium circuit between the radioactive 
sodium primary circuit and steam-water circuit, 2) casing of sodium pipelines, 
3) more complicated technology of SNF handling prior to installation of the un-
loaded fuel sub-assemblies (FSA) in the cooling water pool, 4) special measures 
on fire-prevention and hydrogen safety. In the result, the future large-scale NP is 
necessarily planned as a dual-component one, namely: in the closed NFC the 
more expensive sodium fast reactors (SFR) “are feeding” the cheaper TRs by their 
excess plutonium. 

At present in most countries, where development of NP is realized, there are 
no external factors highlighted above. For that reason, use of sodium in FRs is 
not without alternatives. Use of heavy liquid metal coolants (HLMCs) as FR coo-
lants, which heat-transfer properties are much worse as compared with those of 
sodium, does not allow obtaining of short plutonium doubling time. However, 
due to the natural properties of chemical inertness and extremely high boiling 
point, it forms the backgrounds for construction of FRs with a very high level of 
inherent self-protection that deterministically eliminates severe accidents requir-
ing the population evacuation (the more detailed the consideration of that ques-
tion was given in Paper (Ref. [1]) for LBE cooled FR). At this point, the FRs are 
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not burdened with additional expenditures for safety required for both, water cooled 
TRs and sodium cooled FRs. Due to that fact, after demonstration of that tech-
nology it is possible to consider one-component structure of the future large-scale 
NP based on FRs with HLMCs as an option. More detail use HLMC in FRs is 
considered in Paper (Ref. [2]). 

In this case the conflict between the increasing safety requirements, unavoida-
ble in the future, and economics requirements can be eliminated. The highlighted 
conflict that is peculiar to reactor facilities (RF), which use coolants with large 
amounts of accumulated potential energy (compression energy, chemical ener-
gy), is as follows: rise in safety requirements due to expected significant increase 
of NPP power-units in future is inevitably resulting in growth of the number of 
safety systems and their power capacity, increase of the number of defense bar-
riers. Thus, the capital and operating costs are growing and the NPP competi-
tiveness is lowering. For comparison, in water coolant, sodium coolant and heavy 
liquid metal coolants the values of accumulated potential energy (compression and 
chemical energy) are 20, 10 and zero GJ/m3 correspondingly (Ref. [3]). Use of 
HLMC is forming the backgrounds for simplification of the RF design due to 
elimination of the certain safety systems required in the RFs with other coolants. 
Thus, it is possible to construct NPPs on the basis of FRs with HLMC, which 
aren’t only safer, but cheaper, as compared with NPPs based on traditional type 
reactors. 

The Global Agreement on Climate, that was accepted by 196 parties on 12. 12. 
2015 and signed on 22. 04. 2016 at UN Climate Change Conference held in Paris 
and purposed to replace the Kyoto Protocol, will come into force in 2021 and 
does not specify the concrete ways of lowering of carbon exhausts into the at-
mosphere. It does not provide establishment of the mandatory tax on carbon 
exhaust as well. Moreover, the nuclear option is not provided in the Agreement, 
and that is conditioned mainly by radiophobia of the population, whose opinion 
is accounted by politicians. Along with that, large-scale development of the NP 
provides the opportunity of considerable lowering of carbon released into the at-
mosphere. 

Those are the reasons, which provide the necessity for future changeover to 
the reactors with the considerably higher level of inherent self-protection. In 
such reactors the severe accidents requiring the population evacuation must be 
deterministically eliminated, i.e. the reasons to cause severe accidents will be ex-
cluded. RFs with HLMC will make it possible to overcome the population radi-
ophobia that has grown again after the accident occurred at NPP Fukushima 1. 
It is much easier to convince the population in the NPP safety if it is provided by 
nature laws (e.g. absence of pressure in the reactor, lack of hydrogen release as-
sure that explosion cannot occur and so on), which eliminate the internal rea-
sons for those consequences. It is more clearly understood for the people, who 
consider the events on the basis of their own experience, but not on the results of 
probabilistic safety analyses. 
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2. Natural Properties of Lead-Bismuth and Lead Coolants  
and Their Impact on Fast Reactor Characteristics 

2.1. LBE and LC Common Properties 

1) Extremely high boiling point, namely: 1670˚C and 1740˚C correspon-
dingly for LBE and LC. Thus, the necessity to provide high pressure in the pri-
mary circuit and heat-removal crisis are eliminated. That eliminates also the op-
portunity of HLMC loss (LOCA) with core melting. Besides, that exclude high pres-
sure radioactivity release and allow designing the protective shall only against of 
external impact (aircraft fall); 

2) Chemical inertness while contacting with air and water. So, there are not 
reasons for forming of hydrogen in all accidental situations, reactor explosion 
and fires. HLMC chemical inertness regarding to water is eliminating the neces-
sity in the intermediate circuit. To localize the events with leak in SG tubes, the 
steam condensers are provided in the primary circuit gas system. In an event of 
their failure it is provided that steam-gas mixture is passively discharged to the 
bubbler via the rupture membranes (bursting disk). The hydraulic diagram of 
HLMC circulation in the reactor is realizing effective gravitational separation of 
steam bubbles on the HLMC free level under the reactor lid. Experience of oper-
ating the LBE cooled reactors at nuclear submarines (NS) has revealed that in an 
event of small leak in the SG (up to 10 kg/h) there is no necessity in immediate 
RF shutdown (Ref. [4]); 

3) Coolant compatibility with oxide fuel is eliminating the event that the 
accidental situation with untightness in the fuel element cladding is developing 
in the event with direct contact fuel and coolant with release of radioactivity in 
coolant how it happens quickly in PWRs and SFRs. 

(These three properties assure a very high level of inherent self-protection al-
lowing elimination of the certain safety systems and cheapening of the NPP); 

4) Very low moderation of neutrons on lead and bismuth nuclei as com-
pared with FRs cooled by other coolants. That results in heightening of efficien-
cy of nuclear transmutation of minor actinides (MA), which possess the thre-
shold dependence of microscopic fission cross-sections on neutron energy. As a 
result, while FRs are operating in the closed NFC, in a certain time the concen-
tration of MA nuclei (neptunium, americium, curium) upon their recycling is 
reaching saturation as the rate of their loss caused by fission becomes equal to 
the rate of their formation. At that point, the specific radioactivity of MA (count-
ing on one GW-y of produced power) will decrease with increase of cumulative 
energy-generating (Ref. [5]). So, it makes easier finding the solution to the prob-
lem of MA management at the back-end stage of the NFC, including the accele-
rated driven system (ADS), because long-lived isotopes of MA determine the ra-
diotoxicity of the waste, which should be sent to the final burial. The harder 
neutron spectrum is also leading to diminishing of the positive constituent of void 
reactivity effect by making it negative for small power FRs with high neutron 
leakage. And this is important for safety; 
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5) To provide corrosion resistance of steels, in both coolants it is required to 
maintain the concentration of dissolved in coolant oxygen within the specified 
limits for the purpose to provide thermo-dynamical stability of protective oxide 
cover on the steel surface, and use of relevant devices for maintenance of coolant 
quality. Today these problems resolved successfully (Ref. [6]); 

6) High density of HLMC that requires to reduce the flow velocity for the 
purpose to prevent high consumption of energy for coolant circulation, use of 
special seismic insulation against the earthquake, especially for large unit capac-
ity reactors, and tacking into account buoyancy steel and fuel sub-assemblies in 
the coolant; 

7) Comparatively low thermal conductivity of HLMC that restricts the 
opportunity to achieve high heat flux from the surface of fuel element claddings. 

The last two properties exclude obtaining of high core power density and 
short plutonium doubling time as in the FR with sodium coolant. 

2.2. Differing Properties and Characteristics of LBE and LC 
2.2.1. Melting Point 
The melting point of LBE is much lower (124˚C) as compared with that of LC 
(327˚C). It results in the following distinctions in RF characteristics: 
- Considerable widening of the operating temperature range for LBE as com-

pared with that for LC. It means that at the core outlet the temperature of 
both coolants must be limited by the same value (500˚C - 550˚C) determined 
by corrosion resistance of steels, the coolant temperature at the core inlet for 
LC must be considerably higher than that for LBE. It is necessary for the 
purpose to eliminate LC solidifying in normal operation mode, in transient 
modes, modes of start-up and shut-down cooling. Under the same power, 
reduction of LC heating in the core can be only achieved due to heightening 
of flow rate. Under corresponding increase of LC velocity, it will lead to in-
crease in pump capacity as cubic dependence on flow rate. Provided the LC 
velocity is maintained as that of LBE, it results in increase of the core flow 
cross section that can be obtained by growth of its diameter or by diminish-
ing of volume fraction of fuel. In both cases, under use of LC the RF technical 
and economical characteristics will be deteriorated; 

- To eliminate LC “freezing” in the steam generator (SG), the higher tempera-
ture of its melting requires heightening of the temperature of feeding water 
supplied in the SG that results in the necessity to rise the steam pressure and, 
correspondingly, boiling temperature of water, as well as to inclusion in the 
secondary circuit hydraulic diagram the additional heater for feeding water 
heating to the temperature exceeding the melting point of lead (327˚C). That 
raises the RF cost, complicates it, increases the power consumption for own 
needs under slight increase of thermo-dynamical cycle efficiency; 

- The necessity to maintain the LC temperature at a level close to 400˚C elimi-
nates performance of repair works, replacement of the equipment and RF ser-
vicing without use of the robotized equipment. 
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2.2.2. Volume Change while LBE and LC Melting 
Experience of operating the LBE cooled RFs at nuclear submarines has revealed 
that unintended “freezing” of coolant in the RF cannot be excluded. For the 
purpose to maintain the equipment operability, it results in the necessity of safe 
heating and “unfreezing” of coolant in the RF (Ref. [7]). 

In accordance with reference (Ref. [6]), the LBE volume does not change in 
the process of melting. After LBE “unfreezing”, this fact provided the operable 
state of the equipment in the LBE cooled RF including the operability of the 
whole primary circuit in the RF of first experimental NS K-27 of Project 645 af-
ter several years of “frozen” state. It was also favored by comparatively low range 
of temperatures from 20˚C to LBE melting point of 123.5˚C while RF heating 
when mechanical stresses in the equipment arise because of difference in ther-
mal expansion factors of LBE and steel, that is, stresses in the structures did not 
lead to their deformation. One more property of LBE should be highlighted, 
namely: slow spontaneous increasing of LBE volume in the solid stage that is 
approximately 0.5% for two months and is conditioned by changes in crystal 
structure (Ref. [7]). In specially performed experiments the slow “self-extrusion” 
of LBE through the small hole was observed. However, low hardness and high 
plasticity of the solid LBE excluded development of damages in the equipment.  

The possibility of safe “freezing-unfreezing” of LBE while maintaining the ope-
rability of the equipment is also important to ensure the transportation of mod-
ular small-power RF with loaded fuel and solid LBE (nuclear “battery”) and 
long-term storage of SNF (Ref. [8]). 

At the same time, when melting, the lead volume is increased by 3.7% (Ref. 
[6]). The range of temperature change in the process of heating from 20˚C to LC 
melting temperature of 327˚C is much higher than that for LBE. These factors 
should be accounted in the course of mastering the LC “unfreezing” mode, bearing 
in mind that shrinkage holes forming in the process of lead solidifying will be 
formed in some points of the primary circuit, and volume increase in the process 
of melting will occur in other points of the circuit. 

2.2.3. Generating of Alpha-Active Radionuclide 210Po 
In LBE this parameter is much worse than that in LC. Rate of 210Po generating in 
LBE is 104 times more than that in LC. 

In normal operating conditions the LBE polonium activity is not shown, though 
it is a source of potential radiation hazard that must be accounted while devel-
oping and operating the NPP based on LBE cooled RFs. Radiological hazard of 
210Po is revealed when LBE or gas contacting with LBE is penetrated in servicing 
rooms. Such events occurred in accidents and repairs of the NS reactor facility 
and ground-based facilities-prototypes in the period of their mastering. 

As operating experience of the NS RF has revealed, after reducing of temper-
ature and solidifying of the spilled LBE, release of 210Po aerosols and air radioac-
tivity decrease sharply in accordance with thermodynamics laws. Fast solidifying 
of spilled LBE restricts the area of radioactive contamination and makes possible 
removal of the spilled LBE in a form of solid radioactive waste. 
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In an event of accidental loss of tightness in the primary circuit, low concen-
tration of polonium in LBE (10−6 mol) and formation of thermodynamically sta-
ble chemical compound of polonium with lead set conditions for low concentra-
tion of 210Po in air. 

To perform repair and maintenance works on the contaminated equipment, 
works on removal of spilled coolant (approximately 20 tons at 27/VT Facility), 
the measures on individual and collective protection of the personnel (such as 
respirators, protecting clothes, organization of ventilation) were developed. More-
over, the following methods were developed: methods of decontamination of the 
equipment, fixing of activity on surfaces, techniques of performance of repair 
and maintenance works, which reduced the risk of penetration of 210Po in ha-
zardous amounts into the human organism and on the skin. 

The personnel, who took part in those works, was subjected to periodic ex-
aminations, and based on multiple radiometric analysis of biological tests of the 
personnel (both military and civilians), the absence of events with presence of 
incorporated polonium in human organisms over the permissible levels was es-
tablished (Ref. [9]). That fact validated a high efficiency of used individual and 
collective protection measures, the right option for the technology and correct 
organization of repair and maintenance works. It was also promoted by compa-
ratively quick polonium washout from the human organism resulted from me-
tabolic processes (effective period of semi-ejection was approximately 30 days) 
and very low molar concentration of polonium in LBE that lessened its volatility 
as compared with pure polonium. All the more, it is right for the integral design 
RF with protective casing that eliminates the opportunity of LBE leaks. 

In Paper (Ref. [10]) published in the USA the data on retrospective analysis of 
mortality among the personnel who were dealt with released 210Po on Mound 
Facility in 1944-1972. They were examined for 210Po internal irradiation. Medical 
protocols of bioassays (over 160,000 bioprobes) were analyzed for the group of 
4402 white men dealt with 210Po during that period (104,326 man⋅years) and these 
data were compared with the official data on death reasons for 987 men from 
this group during the period till January of 1984. 

The statistical data on mortality among this group was also compared with the 
corresponding data for two reference groups (average over the USA and over 
Ohio State). The conclusion was made that there was no correlation between po-
lonium internal irradiation doses up to 1 Sv (100 rem) and mortality level caused 
by malignant formations. Practically, all observed trends, which characterized 
death-rate caused by cancer in the studied group, were negative, i.e. mortality in 
the examined group was even less than in two monitored groups. 

On carrying out the investigations and examining the obtained experience, the 
American and Japanese experts have come to conclusion that formation of polo-
nium in LBE cannot impede LBE use in future NP (Ref. [11], [12]). This is veri-
fied by the fact that works on development of LBE cooled fast reactors are rea-
lized in certain countries (namely: SVBR-100 in Russia, MYRRHA in Belgium, 
CLEAR in Chinese People’s Republic, etc.). 
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It does not consider the use of LBE in ADS when, as a result of nuclear spalla-
tion reactions as a result of direct interaction of high-energy protons and neu-
trons with lead and bismuth nuclei, a significantly larger number of different 
polonium isotopes and more dangerous radionuclides (206Hg) are formed. At 
high energies of protons and neutrons as in the ADS, the difference between 
cross-section of lead and bismuth is insignificant. 

2.2.4. Lead and Bismuth Resources, Production Scales and Costs 
Resources, scale of production and cost characteristics for LC are better than 
those for LBE. Lead is widespread in more amounts in nature, its explored re-
sources and production scales do not limit LC use in NP, the cost of lead is lower 
than that of bismuth. 

Up to present, the available data on explored bismuth resources has not al-
lowed LBE application in the large-scale NP. However, not long ago the specia-
lized Rosatom enterprises, namely: JSC “Atompedmetzoloto” and VNIPI prom-
tehnologii have realized technical and economical investigations into the op-
portunity to organize large-capacity bismuth production in Russia and assess-
ment of bismuth resources in the Commonwealth of Independent States (CIS). 
Their results have revealed that in Russia on the basis of explored bismuth depo-
sits in the only Chita region, it is possible to realize profit-making production of 
bismuth in quantities, which are sufficient enough to put in operation approx-
imately 50 GWe of NPPs with LBE cooled FRs with a pace of 1 GWe per year 
(Ref. [13]). Moreover, there are large bismuth resources in the North Caucasus. 
It is possible to put in operation ~250 GWe using the bismuth mines of Kazakhstan. 
The assessments made by Japanese experts have shown that available bismuth 
resources are approximately 5 million tons (Ref. [12]). 

It should be highlighted that in compliance with general geological and eco-
nomical laws, the quantity of mineral resources increases proportionally to the 
squared cost that the consumer is ready to pay for those resources. 

For the current world’s costs of bismuth, its contribution to the capital costs 
for construction of the NPP based on FRs does not exceed several percent shares. 
For that reason, the technical and economical parameters of the NPP will not be 
noticeably worth even when the bismuth cost increases several times. In addi-
tion, lead and bismuth can be used to produce LBE without deep purification of 
lead from bismuth and bismuth from lead, which reduces the cost of LBE. After 
decommissioning of the RF, LBE can be used repeatedly many times in the new 
RFs by refining, if it is necessary. In the future when the cheap bismuth re-
sources have been expired, it will be possible to change over to lead-bismuth al-
loy of a non-eutectic composition with reduced bismuth content and higher 
boiling point. For example, when bismuth content in the alloy is reduced to 10% 
(5.5 times), the melting point is increasing from 123.5˚C to 250˚C that is consi-
derably lower than the melting point of pure lead (~327˚C) and does not make 
excessive difficulties for RF operation.  
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2.2.5. Degree of LBE and LC Mastering 
As for this parameter that is sometimes named technological readiness level 
(TRL), the LBE much outshines the LC as there is many-year experience of oper-
ating the LBE cooled reactors at Russian NSs and ground-based facilities-prototypes, 
which operation in all modes is approximately 80 reactor-years. Development of 
RFs with LBC was realized in conditions of absence of necessary knowledge and 
experience. Moreover, the fixed directive terms of work completion practically elim-
inated the opportunity for performance of related scientific and research works 
that caused a number of failures at the stage of mastering of that technology. 

Of course, this operating experience, which at the initial mastering stage was 
followed by different accidents caused by absence of necessary knowledge and 
experience (Ref. [4]), cannot be impressive enough for the civilian RFs. 

Along with that, in the part of RF maintenance, equipment repair and replace-
ment, SNF refueling and storage, modes of coolant technology, providing of radia-
tion safety while operating with the polonium contaminated equipment, LBE “un-
freezing” modes, the obtained experience is sufficiently representative. 

For that reason, construction of LBE cooled RFs is associated with noticeably 
less technical and financial risks in compare with lead cooled FRs. 

3. Conclusions 

1) In the RFs with LBE and LC the amount of accumulated potential energy in 
coolants is minimal that makes possible realization of inherent self-protection 
and passive safety properties to a maximal extent and elimination of the reasons 
of severe accidents requiring the population evacuation. Such properties of RFs 
with LBE and LC will make it possible to overcome the population radiophobia 
that has grown again after the accident occurred at NPP Fukushima 1. That is 
very important for large-scale and sustainable development of NP. As the third 
Director General of the IAEA Hans Blix said, “If the accident occurs somewhere, 
it is an accident everywhere.” Therefore, chain of safety of large-scale future NP 
shouldn’t have weak links. 

2) As all other coolants, LBE and LC possess advantages and drawbacks con-
sidered in Section 2. Their impacts on NPP technical and economical characteris-
tics, safety and reliability are different. The main common properties of LBE and 
LC are very high boiling point and chemical inertness while contacting with air 
and water. It is these properties assure a very high level of inherent self-protection 
allowing elimination of the certain safety systems and cheapening of the NPP. 
The main different property of these coolants is higher melting point of lead, which 
will make operation lead cooled FRs more difficult. 

3) It is not possible to give preference to any coolant without construction and ob-
taining of real operating experience for experimental (demonstrational) prototypes 
of NPP RFs with lead-bismuth and lead coolants. Along with that, for LBE cooled 
RF the technical and financial risks, which follow mastering of each innovative 
technology, will be much less due to having experience of LBE cooled reactors, than 
those for RF with lead coolant that has no experience of application in the reactors. 
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Abbreviation 

ADS: Accelerated Driven System 
BR: Breeding Ratio 
CIS: Commonwealth of Independent States 
FPP: Fossil Power Plant 
FR: Fast Reactor 
FSA: Fuel Sub-Assembly 
HLMC: Heavy Liquid Metal Coolant 
IAEA: International Atomic Energy Agency 
LBE: Lead-Bismuth Eutectic 
LC: Lead Coolant 
LCOE: Levelized Cost of Energy 
MA: Minor Actinides 
NFC: Nuclear Fuel Cycle 
NP: Nuclear Power 
NPP: Nuclear Power Plant 
NPT: Nuclear Power Technology 
NS: Nuclear Submarine 
PSA: Probabilistic Analysis Method 
RF: Reactor Facility 
SFR: Sodium Fast Reactor 
SG: Steam Generator 
SNF: Spent Nuclear Fuel 
SVBR: Lead-Bismuth Cooled Fast Reactor 
TR: Thermal Reactor 
TRL: Technological Readiness Level 
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